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Abstract 

 The development of plasmonic nanostructures as light-activated photocatalysts has 

proven to be a promising research avenue due to their ability to access and drive 

unfavorable chemical reactions. Theses chemical reactions are fueled by the presence of 

surface plasmons, which are the collective oscillation of the free electron density on the 

materialôs surface. Once a surface plasmon is photoexcited, their initial energy rapidly 

decays into multiple different pathways, such as enhanced electromagnetic fields, an 

abundance of hot carriers, and dramatically elevated local thermal environments. To better 

understand the various chemistries that are enabled by plasmonic materials and the 

associated mechanisms driving these processes, we have employed surface-enhanced 

Raman spectroscopy to interrogate a plethora of plasmon-molecule coupled systems.  

 Our initial studies investigated the relationship between the plasmonic local fields 

and a well-established plasmon-driven photochemical reaction. We found that there were 

no observable correlations between the two in our studies and identified a competing 

degradation pathway for the studied analytes. In addition to exploring well-studied 

plasmon-induced chemical photoreactions, we have highlighted two new reactions that 

were accessed on the gold film-over-nanosphere substrates. First, we were able to induce 

and subsequently monitor a selective intramolecular methyl migration on N-

methylpyridinium using surface-enhanced Raman spectroscopy. This work emphasizes the 

growing potential of initiating highly-selective chemistries with plasmonic materials for 

synthetic or redox purposes. The second previously unreported plasmon-driven reaction 

involves the double cleavage of the C-N bond on a pair of viologen derivatives. While 
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these viologens have traditionally been employed as robust redox species, the unique and 

highly-powerful plasmonic local fields allowed the viologens to access an entirely new 

reaction pathway to transform into 4,4ô-bipyridine. 

 Lastly, we discuss our experimental approaches towards transiently studying the 

mechanism behind plasmon-mediated hot electron transfer. Using ultrafast surface-

enhanced Raman spectroscopy, we interrogated the transient dynamics that occurred 

between surface plasmons and a bevy of electron accepting chemical adsorbates. 

Ultimately, the primary goal of this work is to provide a quantitative description of the 

transient interactions, which will assist in increasing the reported efficiencies and yields of 

plasmon-mediated chemical reaction and inspire the rational design of plasmonically-

powered devices.
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1.1 Motivation 

 The recent development of plasmonic materials as light-activated photocatalysts 

has proven to be promising due to their ability to drive unfavorable chemical reactions. 

Plasmon-mediated photochemistry relies on the presence of surface plasmons to generate 

highly localized fields,1-2 hot electrons and holes,3-4 dramatically elevated thermal 

environments,5-7 and/or modified potential energy surfaces.8-9 Significant progress has 

been made in recent years towards successfully using plasmonic materials as a tunable 

solar-driven photocatalytic device.10-13 However, while there has been a concerted effort 

towards accessing industrially-relevant plasmonically-powered catalytic reactions, the 

corresponding efficiencies and yields have been suboptimal. To fully realize the true 

potential of plasmonic materials, we believe that the plasmonics community needs to 

collectively develop a better understanding of the underlying mechanisms fueling 

plasmonic photocatalysis.  

One of the more encouraging applications of plasmonic materials is their aptitude 

to achieve a high-level of chemical selectivity when inducing certain chemical reactions.14-

16 It is our belief that further expanding upon the list of accessible selective plasmon-

mediated chemical reactions is of high importance. While there have been recent advances 

in plasmon-mediated selective chemistry, there is still a substantial lack of precedent in 

using plasmonic photocatalysts as an alternative tool to carry out relevant synthetic or 

redox chemistries with a high level of selectivity.  
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To provide a more detailed understanding of these plasmonically-powered 

processes, we believe that approaching them from a molecular perspective may prove 

fruitful. Surface-enhanced Raman spectroscopy (SERS) is a vibrationally selective 

technique that exploits the fundamental principles of plasmonics, as it is intimately 

dependent on the local fields produced by the plasmonic materials.17 SERS is capable of 

spectroscopically monitoring the structure of a chemical adsorbate as it undergoes a 

plasmon-mediated transformation. As the reaction proceeds, the resulting SER spectra 

contains a bevy of information related to the reactant and corresponding photoproduct.18-20 

Throughout this thesis, we have employed SERS as our definitive experimental method to 

initiate and spectroscopically characterize both well-studied and unreported plasmon-

mediated reactions. 

 Additionally, to further understand the underlying transient mechanism behind a 

hot electron-driven photochemical reaction, we have employed ultrafast SERS to 

interrogate plasmonic systems. Ultrafast SERS is an ultrafast pump-probe Raman 

technique that collects an evolving molecular fingerprint during a pico- to femtosecond 

timescale.21 Theoretically, this experimental technique will  be capable of tracking the hot 

electrons as they transfer to a targeted molecule, generating a transient anionic intermediate 

species. With a better understanding of the transient hot electron transfer mechanism, the 

plasmonic community can begin to achieve a rational design of plasmonically-powered 

photocatalysts. 
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1.2 Outline 

 Throughout this thesis, we have provided a detailed description of our attempts of 

using both steady-state and ultrafast SERS to better understand plasmon-mediated 

photochemical reactions. 

 Chapter 2 is an extensive review discussing the present-day state of plasmon-

mediated catalysis. We highlight the note-worthy findings in the field and provide a 

detailed commentary on where the collective understanding is most lacking. Furthermore, 

we provide a robust description of the multiple experimental approaches being used to 

develop a detailed mechanistic description of plasmon-driven catalytic reactions. 

 In Chapter 3, we used SERS to examine the relationship between the local electric 

fields found in plasmonic materials and their ability to drive a well-studied photochemical 

dimerization reaction. We found that there was no observable correlation between the local 

fieldôs intensity and the reactionôs rate. Additionally, there was a direct competition 

between the photoreaction pathways with a destructive photodegradation pathway. The 

results in this work highlight the importance of carefully considering the relevant rates and 

accessibility of the various photoinduced processes when initiating plasmonic chemical 

conversions. 

 Chapter 4 discusses our work towards using SERS to mediate a new selective 

chemical reaction on plasmonic materials. Specifically, we were able to induce an 

intermolecular methyl migration on N-methylpyridinium to form 4-methylpyridine on a 

gold film-over-nanosphere substrate. This work further demonstrated the untapped 



5 
 

potential of using plasmonic materials as a means to carry out selective synthetic and/or 

redox reactions and serves as an additional contribution to the repository of plasmon-

mediated chemical reactions.  

 Our work presented in Chapter 5 introduces an unreported plasmon-driven N-

bound substitute cleavage on viologen derivate. With SERS, we were able to 

spectroscopically observe the formation of 4,4ô-bipyridine. Here, by introducing the 

viologen derivatives to the unique local fields provided by plasmonic gold film-over-

nanospheres, we were able to access an entirely new reaction pathway for the viologen 

species.  

 In Chapter 6, we shift our focus towards employing ultrafast SERS to transient track 

the generation of hot electron-induced intermediate species. We detail our pump-probe 

spectroscopic attempts towards studying this ultrafast phenomenon and provide a brief 

discussion pertaining to the transient photophysical responses we saw in the plasmon-

molecule systems that we experimentally interrogated.  

 Lastly, in Chapter 7 we provide a discussion on promising experimental 

modifications that may prove to be instrumental for advancing the work presented in 

Chapter 6. Here, we introduce our attempts of developing a modified sample holder that is 

capable of rapidly displacing our non-solution phase substrates during an ultrafast SERS 

experiment. Additionally, we present our preliminary work towards the development of an 

alternative titanium nitride film-over-nanosphere substrate for ultrafast surface-enhanced 

Raman spectroscopic measurements. 
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2.1 Overview 

 One of the most exciting new developments in the plasmonic nanomaterials field 

is the discovery of their ability to mediate a number of photocatalytic reactions. Since the 

initial prediction of driving chemical reactions with plasmons in the 1980s, the field has 

rapidly expanded in recent years, demonstrating the ability of plasmons to drive chemical 

reactions, such as water splitting, ammonia generation, and CO2 reduction, among many 

other examples. Unfortunately, the efficiencies of these processes are currently suboptimal 

for practical widespread applications. The limitations in recorded outputs can be linked to 

the current lack of a knowledge pertaining to mechanisms of the partitioning of plasmonic 

energy after photoexcitation. Providing a descriptive and quantitative mechanism of the 

processes involved in driving plasmon-induced photochemical reactions, starting at the 

initial plasmon excitation, followed by hot carrier generation, energy transfer, and thermal 

effects, is critical for the advancement of the field as a whole. Here, we provide a 

mechanistic perspective on plasmonic photocatalysis by reviewing select experimental 

approaches. We focus on spectroscopic and electrochemical techniques that provide 

molecular-scale information on the processes that occur in the coupled molecular-

plasmonic system after photoexcitation. To conclude, we evaluate several promising 

techniques for future applications in elucidating the mechanism of plasmon-mediated 

photocatalysis. 
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2.2 Introduction 

The growing necessity for clean and renewable forms of energy production has had 

a significant effect on developing new technologies capable of achieving environmentally-

conscious and energetically-efficient methodologies for driving industrial catalytic 

reactions. Photocatalysis, which relies on harvesting an abundance of photons from an 

external source, has been repeatedly demonstrated as a plausible option for driving 

energetically-demanding chemical reactions. The concept of directly converting solar 

energy to chemical energy has proved promising, as it negates the need of devoting a high 

amount of electrical or other forms of energy to carry out the process.22 Initially, the 

groundbreaking research performed by Fujishima and Honda in 1972 ushered in a wave of 

studies focused on implementing semiconducting materials for solar-driven 

photocatalysts.23 However, semiconducting materials generally absorb in the ultraviolet, a 

relatively inefficient region in the solar spectrum, and despite extensive research, 

photoconversion efficiencies have remained below the limit needed for widespread 

application. Present day catalyst design has been focused on implementing materials 

capable of harvesting the most abundant region of the solar spectrum, the visible region.24 

Still, the current options for photocatalysts leave much to be desired regarding their 

efficiencies and energetic demands that are required to power them.  

In the development of industrially-relevant photocatalytic processes, challenges 

impeding their progress must be considered. Many of the desirable catalytic processes have 

large energetic barriers, require the transfer of multiple electrons, and frequently require 

bimolecular collisions on the catalyst surface. Therefore, these reactions typically require 
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high temperature, high pressure, and lots of time to produce desired products. For example, 

steam methane reforming, a key method in hydrogen production and the Fischer-Tropsch 

process, is highly endothermic and requires reaction conditions exceeding 1000 K at high 

pressure (15-30 atm).25 Other key industrial catalytic reactions require high specificity to 

produce products with high purity, as in the hydrogenation of acetylene to ethylene, a key 

feedstock for many industrial products. In addition to meeting strict reaction conditions, 

the scale of such processes must continually rise to meet increasing global demands. Table 

2.1 provides a glance at the relative scale of several important industrial catalytic processes, 

which reflects the vast amount of capital invested in the development of the necessary 

infrastructure for their implementation. In view of these challenges, for photocatalytic 

processes to be competitive with standard industrial practices, highly efficient and robust 

catalysts that can maintain their catalytic activity under harsh reaction conditions are 

required. The application of photocatalytic processes will likely require integration into 

existing infrastructure and must prove to be financially viable at large scales to be 

competitive and comply with ever expanding global consumer demands. Additionally, 

significant research effort has been directed toward implementing photocatalysts into 

energy-demanding situations that donôt require mass scale production. For example, 

photocatalysts have the potential to be utilized in the production of electricity on an 

individual household scale. Regardless, the development of plasmonic photocatalysts 

could eventually leave a dramatic impact on both large- and small-scale catalytic processes. 
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Significant progress has been made in the recent years towards the application of 

plasmonic materials as catalysts for driving chemical reactions, highlighted by examples 

in Table 2.1.5, 10, 14, 16, 27-28, 31-36 These materials are considered promising candidates for 

driving highly selective chemical processes due in part to their ability to host surface 

plasmons. The extinction spectrum of a plasmonic material can be finely tuned to match 

the output of the solar spectrum by changing the size or shape of the nanomaterial. 

Plasmonic materials harvest energy from resonant photons and partition it into multiple 

different pathways. Once generated, the surface plasmon produces highly enhanced 

localized electromagnetic fields, creates elevated thermal environments, ejects highly 

energetic hot carriers, and/or modifies the potential energy landscape of a nearby molecular 

species.37-39 Each of these possible pathways of energy partitioning may contribute to 

mediating a catalytic process, with the preferential pathway heavily dependent on the 

targeted chemical reaction and the plasmonic substrateôs design. Due to the complexity of 

these potential pathways, designing a plasmonic system capable of achieving optimal 
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turnover numbers and yields is a non-trivial task. Ultimately, to make a significant leap in 

device fabrication, in the absence of an unpredicted technological development, it is 

imperative to study the individual mechanistic contributions and dynamics during the 

energy transformation post plasmon excitation. With this highly pertinent information in 

hand, plasmonic substrates may be designed to preferentially dictate the flow of energy as 

the surface plasmon decays and efficiently channel it into mediating a chemical reaction. 

Herein, we have thoroughly discussed and reviewed the leading spectroscopic and 

electrochemical techniques used to explore the mechanism behind plasmon-mediated 

photocatalysis. 

One of the most promising aspects of plasmon-mediated photocatalysis is the 

ability to achieve a high level of chemical selectivity. Chemical selectivity is used to 

quantify how successful a given catalytic system is at producing the desired product over 

undesired byproducts. In many commercial catalytic systems, the chemical selectivity of 

the catalyst can be quite poor due to the existence of a number of competing chemical 

processes, requiring expensive separation processes. However, plasmonic materials are 

suitable materials for achieving high selectivity as compared to most thermally-activated 

catalytic processes, as they may be specifically designed to selectively generate charge 

carriers containing the required energies.14 It is crucial to employ a system capable of 

producing highly-selective products to reach a level of optimization for achieving practical 

applications of plasmonic photocatalysts. Once fully optimized, one can envision the 

prospect of a tunable solar-driven photocatalytic device capable of selectively driving a 

wide range of chemical reactions. 
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Throughout this review, we have provided a discussion and critique of the current 

literature that is focused on studying plasmon-mediated photocatalysis from a molecular 

viewpoint. Probing the interactions between strongly coupled molecule-plasmon systems 

may help provide a beneficial insight into better understanding the non-trivial mechanism 

driving fundamental plasmonic processes. While a singular technique may not entirely 

provide a definitive description of plasmon-molecule interactions on its own, the collective 

knowledge garnered from various experimental approaches may produce a cohesive 

picture of how surface plasmons and molecules behave as the plasmon decays, leading to 

a rational design of highly optimized and selective plasmonic photocatalysts.  

The goal of this review is to provide a narrative centralized on highlighting the 

capabilities and future promise of a number of advanced experimental methods employed 

to study the transient energetic dynamics of plasmonic materials and their effect on 

mediating catalytic processes. Ultimately, we aim to recognize the current challenges found 

in the field of plasmon-mediated photocatalysis, to discuss the notable scientific efforts to 

better understand the interactions between plasmons and molecules, and to provide an 

evaluation on the future landscape for applied plasmonic photocatalysts. We begin with a 

review of the relevant plasmon dynamics and possible energetic decay pathways, highlight 

a number of exceptional experimental studies that were successful in further explaining the 

intricate details found in plasmonic systems, and conclude with an outlook on the future of 

plasmon-mediated photocatalysis. 
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2.3 Fundamentals of Plasmon Generation and Decay 

2.3.1 Surface Plasmons 

Plasmons are the collective oscillation of the free charge density within a material 

with negative real and small positive imaginary dielectric components, which include 

materials such as gold, silver, aluminum, titanium nitride,40 metal oxides,41 and copper 

chalcogenides,42 among a growing list of many others. Surface plasmons are confined to 

the surface of nanostructured materials.43 After photoexcitation, the free electron charge 

density begins to oscillate at the surface of the plasmonic material, leading to the focusing 

of the far-field radiation to highly localized and dramatically-enhanced nanoscale 

electromagnetic fields. Materials that support surface plasmons have the ability to amplify 

an electromagnetic wave from free space within an effective volume well below the 

diffraction limit,44 allowing for a wide-range of applications, including fueling 

photocatalytic reactions,5, 10, 14, 32-35, 45-47 increasing the efficiency of photovoltaics,48-54 and 

serving as vehicles for photothermal therapy.55-61  

2.3.1.1 Plasmonic Energy Partitioning 

A coherent surface plasmon can be generated by introducing an incident photon 

source that is on-resonant with the nanoparticleôs extinction spectrum. The wavelength of 

light used to interact with the particles is much larger than the size of the material itself and 

produces a coherent oscillation of the electron density locally confined to the nano-sized 

particle. After the surface plasmon has been photoexcited, its energy may rapidly decay 

through either radiative or non-radiative pathways. The surface plasmon only maintains its  
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coherence for 1-10 fs and begins to convert its energy into multiple pathways as it decays.62 

However, depending on the substrateôs composition, shape, and size, multiple distinct 

chemical and physical processes may be triggered as the plasmon relaxes. The following 

sections will detail the various decay pathways the plasmon may undergo as it loses 

 

Figure 2.1 Present-day applications for plasmonic materials. (Top left) Plasmonic 

nanoparticles have been employed to target cancerous cells within live organisms. Once 

photoexcited, the plasmonic energy is intentionally converted into a thermal energy to 

annihilate the targeted cells. (Top right) Sensing platforms constructed with plasmonic 

materials are used to detect specific analytes at an ultra-low concentration. (Bottom left) 

Nano-level architectural design can be achieved by inducing chemical reactions that link 

two or more individual nanoparticles to assemble a new plasmonic structure. (Bottom 

right) Plasmonic nanostructures are capable of mediating highly-selective catalytic 

processes.  
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coherence and relaxes. Once the plasmonic energy is dispersed through the preferential 

pathways, the energy can be used to power a plethora of applications (Figure 2.1).  

2.3.1.2 Enhanced Electromagnetic Fields 

Surface plasmons give rise to 

dramatically enhanced 

electromagnetic fields near the 

surface of the nanostructure.44 The 

plasmonic nanoparticles can be 

specifically engineered to host 

various nanoscale physical structures 

that allow for extreme light 

concentration to subwavelength 

dimensions, resulting in highly 

localized electric fields. Resonant 

interactions between the oscillating 

free electron density near the surface 

of the nanostructure and the incident 

electric field produce these 

exponentially decaying fields. The 

regions of amplified electromagnetic 

fields, typically form between the 

crevice of two or more physical 

 

Figure 2.2 Calculated electric field 

enhancements for gold (A) nanoparticle 

oligomers63 and (B) bow-tie antennas.64 The 

maximized field enhancement for both systems 

is produced at the interfaces between the 

nanoparticles and the regions containing sharp 

structural features. Part A reprinted with 

permission from ref. 63. Copyright 2013 

American Chemical Society. Part B adapted with 

the permission from ref. 64, OSA Publishing.  
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feature or at a sharp, distinct edge on the surface. Examples of a plasmonic field 

enhancement can be seen in constructs such as the nanoparticle oligomer and bow-tie 

antenna substrates shown in Figure 2.2.63-64 When positioned within a region of 

dramatically enhanced electromagnetic fields, a molecule may experience dramatically 

enhanced scattering due to the subwavelength confinement of electromagnetic light. This 

phenomenon led to the development of multiple surface-dependent processes and 

applications, such as surface-enhanced Raman,65-66 infrared,67-68 and fluorescence69-70 

spectroscopies, and the invention of light-harvesting plasmonic photovoltaics.48-54 Once 

photoexcited, the coherent electromagnetic field decays rapidly and effectively acts like an 

AC field being driven by the photoexcitation source, making it unlikely to have a direct 

impact on the photocatalytic reaction pathway. 

2.3.1.3 Hot Carrier Generation 

After the surface plasmon loses coherence, the non-radiative decay pathway 

produces a distribution of hot carriers that may be utilized in initiating photocatalytic 

reactions. This multistep decay process occurs primarily via Landau damping,71 where 

energy is transferred from a coherent plasmon to individual electron-hole pair excitations. 

Initially, the hot carrier distribution is nonthermal and contains charged species far from 

the Fermi level of the material.3, 72 Then, hot electrons and holes rapidly thermalize, 

reaching a Fermi-Dirac distribution that corresponds to a high effective electron 

temperature. This initial thermalization is carried out through a redistribution of the energy 

 



17 
 

via electron-electron scattering interactions 

during the next several hundred femtoseconds 

(1 fs ï 100 fs).73-74 During this time the hot 

electrons and holes may contain energies 

ranging from the Fermi level to the work 

function. These charge carriers are sufficient 

in quantity and lifetime to initiate external 

chemical processes (Figure 2.3).3 The hot 

carriers further dephase through an additional 

relaxation mechanism consisting of electron-

phonon interactions over a timescale of 1 ï 10 

ps.75-76 It is during these two time intervals 

that the charge carriers may contain sufficient 

energy to transfer to a nearby chemical species 

to initiate a single or multi-step chemical 

reaction.  

The ultrafast time scales described 

above can present challenges in using 

plasmonic substrates to drive photocatalytic 

processes. A large majority of industrial 

significant catalytic processes rely on bimolecular reactions that are induced through 

collisions in the gas phase. However, due to the extremely short lifespans of plasmonic hot 

 

Figure 2.3 Theoretical modeling of the 

hot carrier distribution as a function of 

their energy in silver nanoparticles with 

diameters of (A) 15 and (B) 25 nm. An 

abundance of hot electrons (red) and 

holes (blue) are generated via plasmon 

decay in the 15 nm particle while the hot 

carrier generation is significantly 

diminished in the 25 nm particle. Figure 

reprinted with permission from ref. 3. 

Copyright 2015 American Chemical 

Society. 
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carriers, current reaction activities and turnover frequencies are limited by the low 

probability of interactions between molecules in free space and the hot carriers generated 

near the surface. Plasmon-mediated catalysis would be more efficient if the reactants can 

be pre-loaded onto the surface, as is common in most heterogeneous catalytic processes, 

dramatically increasing the likelihood of inducing the interactions between the hot carriers 

and targeted reactants. Unfortunately, achieving controlled pre-loading is quite difficult for 

the most prevalent plasmonic materials (Au and Ag).1 Coupling these plasmonic materials 

with more reactive metals may be the most promising route for achieving high efficiency 

catalysis.14 

2.3.1.4 Localized Heating 

After the electrons have undergone the fast electron-electron and electron-phonon 

scattering events (10 fs - 10 ps) and have reached a thermalized distribution, the remaining 

energy is transferred to the localized environment (both solvent and adsorbed molecules) 

in the form of heat.37-38 Plasmonic photothermal heating has received a considerable 

amount of attention in the past due to its potential of utilizing plasmonic nanoparticles as 

an excellent agent for delivering thermal energy in a highly localized manner.5-6, 77 In fact, 

an exciting field utilizing photoinduced plasmonic heating is plasmonic photothermal 

therapy.55-61 This form of cancer therapy employs nanoparticles with plasmons specifically 

tailored to the near-infrared to minimize absorption by any tissue above the nanoparticles. 

The particles are targeted at cancerous cells and irradiated with an external near-infrared 

light source to initiate a phase of cell death via localized thermal heating and induce tumor 

remission. In addition to photothermal therapy, localized plasmonic heating has also been 
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applied in other applications such as drug delivery and release,78 steam generation,79 

photothermal therapeutics,80 and growth manipulation of nanoscale structures.81-82   

Localized plasmonic heating has also been demonstrated as a fundamental 

mechanism for carrying out or assisting certain catalytic reactions.5, 36 A surplus of 

localized heat is typically a vital condition for a variety of endothermic reactions. During 

the plasmon decay process, the formation of highly-localized thermal environments, both 

on the nanoparticleôs surface and surrounding medium, can be an excellent source of 

thermal heat transferred to a nearby molecular species. In fact, localized heating is one of 

the few benefits of the lossy nature of plasmons.83 While working in tandem with the 

plasmonic hot carriers, the released thermal energy could play an integral role in reducing 

energetic barriers preventing a reaction from taking place. A consideration of the interplay 

between local heating and hot carrier generation is necessary for successfully mediating a 

photocatalytic process. 

2.3.1.4 Modified Molecular Potential Energy Surfaces 

Another aspect of plasmonic photocatalysis is the formation of new energy levels 

as a molecule adsorbs to the surface of a plasmonic material. In this scenario, the strong 

coupling between the plasmon and molecule may lead to an alteration to the molecular 

resonances. An analogous effect was discussed by Boerigter et al. in 2016.8, 84 Boerigterôs 

work described new hybridized metal-adsorbate states that form as a result of molecular 

chemisorption to a metal surface, producing a new charge transfer pathway from the 

nanoparticle to the molecule. These chemical interactions on the surface resulted in a 
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highly-modified coupled system that allowed for resonant energy transfer between the 

plasmon and adsorbate. A more detailed discussion of this study is provided in the surface-

enhanced Raman spectroscopy section further on in this review. This proposed pathway 

was successful in providing empirical evidence of the effects of molecule-surface 

interactions on plasmonic photocatalysis. In 2018, Kazuma et al. were successful in 

identifying a plasmon-induced single molecule dissociation of dimethyl disulfide 

((CH3S)2) on Ag and Cu surfaces with scanning tunneling microscopy (STM).84 Here, the 

authors found that the dissociation was mediated by an energy transfer from the localized 

surface plasmon to the adsorbed molecular species. The direct adsorption of the (CH3S)2 

onto the metal substrates resulted in the LUMOs of (CH3S)2 to be weakly hybridized with 

the metal. The weak hybridization significantly reduced the likelihood of excited state 

relaxation to the ground state, which gave rise to an accessible dissociative potential energy 

surface. There is a substantial literature within the surface science community that has 

detailed the interactions between molecular adsorbates and surfaces, which may be quite 

helpful for further understanding the interplay between surface and plasmonic effects on 

the electronic states of adsorbed molecules.85-89 The resulting from these studies ultimately 

laid a groundwork for understanding surface and molecular plasmonic effects. However, a 

discussion into these interactions is beyond the scope of this review. Due to this complexity 

of the coupled molecular-plasmonic system, a variety of technical approaches are needed 

to examine the transient mechanisms relevant to plasmonic photochemistry. 
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2.4 Select Methods to Elucidate the Mechanism of Plasmon-Mediated Photocatalysis 

2.4.1 Spectroscopy 

2.4.1.1 Surface-Enhanced Raman Spectroscopy 

One of the more effective and frequently used techniques to explore plasmon-

molecule interactions is surface-enhanced Raman spectroscopy (SERS). SERS is a 

vibrationally-sensitive technique that exploits the fundamental nature of plasmonic 

systems by enhancing the Raman-scattered signal generated by molecules positioned 

within the substrateôs regions of most dramatic field enhancement, which are known as hot 

spots in the SERS community.17, 90 SERS is an excellent method for probing and 

monitoring plasmon-mediated photoreactions in situ and in real-time due to its remarkably 

high signal enhancement, which can enable microsecond acquisition times.91 These 

experiments are typically highly sensitive to the signal arising from the most enhanced hot 

spots on the plasmonic substrates.92 Traditionally, the nanostructures are noble metals (e.g. 

gold and silver) that have been specifically fabricated or synthesized to host sharp, 

nanoscale features that couple together to form hot spots.  

The magnitude of a collected signal can be quantified by calculating a SERS 

enhancement factor (EF) for the plasmonic substrate used in the experiment. The SERS EF  

can be calculated by the following equation 93: 

ὉὊ  
Ὅ Ⱦὔ

Ὅ Ⱦὔ
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where Ὅ  and Ὅ  are the Raman intensities on the SERS substrate and under normal 

conditions, respectively. ὔ  is the number of molecules probed on the substrate and ὔ  

is the number of molecules probed during the normal Raman collection. This equation is 

evaluated at a set excitation wavelength for a specific Raman-active vibrational mode. 

Multiple assumptions, such as the molecular probeôs surface coverage and estimated 

Raman cross-sections, can be made during these calculations and may lead to discrepancies 

in the values reported throughout literature. Understanding SERS EFs is essential for 

appropriately evaluating the work performed within this field, as it can be a useful metric 

of the localized electric fields experienced by the molecular probes.20 However, it is 

important to note that the EF in nearly all SERS experiments are ensemble-averaged. This 

ensemble averaging can include contributions from hot spots with EFs ranging across ~6 

orders of magnitude, although the strongest enhancing sites produce a vast majority of the 

collected Raman signal. Fang et al. published an exceptional study that examined the 

distribution of individual hot spots and how they contribute to the overall SERS intensity.92 

They found that fewer than 0.01% of probed hot spots in a single SERS exposure account 

for nearly 25% of the collected SERS signal. Therefore, the reported SERS EFs in most 

publications are typically a lower bound to overall signal magnitude due to the assumption 

that every adsorbed molecule contributes to the SERS signal. There is currently a huge 

focus in the literature on developing new SERS substrates,94-100 but until atomically-

defined nanostructures are available in geometries large enough to support a surface 

plasmon, they will fundamentally be limited by this ensemble-averaging, making absolute 

quantitative analysis difficult.  
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 In fact, SERS has a myriad of advantages for examining the mechanism behind 

plasmon-mediated photocatalysis. Being a vibrationally-sensitive spectroscopic technique, 

a SER spectrum offers much more detail and information about the molecular probeôs 

structure than electronic spectroscopic techniques. SERS is capable of discerning any 

minor alterations to the moleculeôs orientation on the surface through discrete changes in 

the spectra. Also, the rapid decay of the electromagnetic fields near the plasmonic 

nanostructureôs surface ensures that the signals are generated from molecules on or near (r-

10 distance dependence for spherical nanoparticles) the surface,17, 101-102 making it a highly 

selective technique. The selectivity of SERS ensures the probed molecules are the most 

susceptible to interactions with any plasmon-induced effects.  

However, the inherent limitations of SERS must also be addressed. The selectivity 

of this technique comes with a cost: the molecular probe typically contains specific 

functional groups that have a strong affinity to the surface. Certain chemical moieties 

(thiols, amines, N-heterocyclic carbenes) undergo chemisorption on to the surface of 

traditional plasmonic metals and may be confined within the intense electromagnetic fields 

produced during excitation. Another constraint is the limited options currently available 

for surface plasmon-hosting substrates. The most commonly used substrates are gold (Au), 

silver (Ag), copper (Cu), and more recently, aluminum (Al) due to their enhancement 

capabilities which cover most of the visible and near-infrared spectrum. Nevertheless, the 

dramatic signal enhancement found in a wide-range of Au and Ag substrates has resulted 

in these metals being the leading materials for exploring plasmon-mediated reactions with 

SERS. 
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One of the most interesting aspects of using SERS to study surface plasmons and 

their subsequent dynamic processes is how the technique is capable of simultaneously 

initiating a photocatalytic reaction while also probing the vibrational features of reacting 

adsorbates. The most meticulously studied chemical reaction using SERS is the 

dimerization of both 4-nitrobenzenethiol (4-NBT) and 4-aminothiolphenol (4-ATP) to 

4,4ô-dimercaptoazobenzene (DMAB),20, 103-109 which will be a common reaction discussed 

throughout this review. Most variants of SERS techniques collect signals that effectively 

describe how the molecules are behaving in the steady-state regime, which can contain data 

rich with information about reaction yields, efficiencies, and rates. However, this 

experimental constraint may be viewed as a limitation as it doesnôt allow for an analysis 

pertaining to the transient dynamics that occur during a chemical reaction.3 To address this 

concern, multiple research groups are aggressively attempting to develop ultrafast SERS 

techniques that can monitor the step-by-step mechanism of various plasmonic dynamics.  

An elegant study published by Boerighter et al. used SERS to examine the 

mechanism of charge transfer from a plasmonic system to adsorbates.8 Their findings 

suggest that by considering the effects of molecular adsorption on the flow of charge within 

the plasmonic nanostructure, the yield of extracted hot electrons potentially could be 

substantially higher than the theoretical yields derived from traditional metal-centric 

models. The conventional models describe the process of charge excitation in plasmonic 

nanoparticles and the subsequent transfer to an adsorbed species, which disregards any 

potential influence the adsorbate may have on the transient dynamics. Here, the authors 

propose an alternative mechanism for charge transfer that introduces a new pathway 
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capable of a direct and on-resonant charge transfer into the high-energy adsorbate states 

(Figure 2.4A-B). This alternative mechanism circumvents the ólossesô that occur during 

the electron-electron and electron-phonon thermalization pathways that are present in the 

present-day mechanism.83 The experimental work to support this proposal examined the 

anti-Stokes and Stokes scattered photons to simultaneously measure the vibrational 

temperatures within the chemical adsorbates and metal nanoparticle (Figure 2.4C-D). 

During these studies, they found that methylene blue experienced an elevated vibrational 

temperature when excited by 785 nm photons and not 532 nm photons. These results hint 

at the possibility of an observed charge transfer between the metal and adsorbate during 

785 nm excitation, which is resonant with the proposed hybrid metal-adsorbate states that 

are formed upon chemisorption. 

The conclusions proposed in this work suggest that the community may need to 

direct more attention towards the effects of molecular adsorption and hybridized states on 

plasmonic charge transfer leading to photocatalysis. The hybridized metal-adsorbate states 

formed during chemisorption may give rise to the possibility of a direct, ultrafast pathway 

from the metal to the adsorbate at the interface between the two materials.  
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Initiating and monitoring chemical reactions across a wide-range of localized field 

enhancements may provide helpful insights towards optimizing plasmon-mediated 

photochemistry. Recently, Brooks et al. published a study that looked into the effect of 

field enhancement on the plasmon-mediated dimerization reaction of 4-NBT to DMAB.20 

The ensemble-averaged field enhancement was effectively tuned at multiple different 

 

Figure 2.4 The formation of an alternative pathway of resonant energy transfer for 

plasmonic charge carriers into the high energy states of the molecular adsorbates. (A) 

This pathway is generated when an adsorbate or semiconductor interacts with the 

metalôs surface and can circumvent the thermalization of hot electrons before transfer 

occurs. (B) Density of states visualization of proposed mechanism of direct, resonate 

transfer. (C,D) Data representing the anti-Stokes (blue) and Stokes (red) spectra 

collected with (C) 785 nm and (D) 532 lasers. There is a noticeable increase in the 785 

nm anti-Stokes signal due to a resonant charge transfer into the adsorbates. Figure 

reprinted with permission from ref. 8. Copyright 2016 American Chemical Society. 
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spatial locations across a heterogenous gold film-over-nanosphere substrate. Changes in 

the localized surface plasmon resonance (LSPR) for each probed region were present due 

to the random variation of nanosphere packing defects, producing a range of EFs from 

5x106 to 3x107. Interestingly, no identifiable correlations were found between the reaction 

rate or yield with an increased plasmonic field enhancement, suggesting that plasmon-

driven processes are not rate-limiting for this reaction (Figure 2.5). The photoreaction rate 

is likely limited by the local concentration of protons used in the initial reduction of 4-

NBT. Additionally, this work found that the presence of alternative plasmon-induced 

processes, such as a molecular degradation and/or atomic-level substrate alteration, may 

dramatically impede the reactionôs rate or potentially hinder the overall molecular 

conversion. 
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These findings argue that plasmon-mediated chemical processes are not always 

most effectively powered in the strongest regions of field enhancement. Having a firm 

grasp on the energy partitioning after plasmon excitation for a specific plasmonic system 

is a necessity for optimizing the targeted output. Redirecting the flow of energy away from 

the undesired pathways (e.g. local environmental heating, molecular cleavage/dissociation, 

 

Figure 2.5 (A) Plasmon-mediated dimerization of 4-nitrobenznethiol to 4,4ô-

dimercaptoazobenzene tracked with SERS. (B) Plot of the final reaction yieldôs 

dependence on the ensemble SERS field enhancement. The final reaction yield is a 

ratio of the final amplitudes of the product and reactant peaks. (C) Comparison of the 

rate constants for the reactant loss (red) and product formation (green) against the 

ensemble SERS field enhancement. Figure reprinted with permission from ref. 20. 

Copyright 2016 American Chemical Society. 
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alternative chemical reactions, etc.) and towards the preferred chemical reaction or 

catalytic process is the ideal, yet nontrivial, solution for producing plasmonic systems 

suitable for integration into energetically-demanding industrial processes. SERS can also 

quantify the spectral relationship between the far-field LSPR and near-field Raman 

scattering events that occur during the typical SERS experiment. Work performed by 

Kleinman et al. provided a unique viewpoint on how to consider the interplay between far-

field and near-field scattering in hot spot dominated SERS collections.63 They found that 

the presence of hot spots in single particle SERS studies can clearly modify the optimal 

excitation wavelength for maximized SERS enhancement. To study these far-field and 

near-field interactions, they developed a correlated LSPR-transmission electron 

microscopy surface-enhanced Raman excitation spectroscopy technique. Their results 

clearly identify that the spectral dependence in individual nanoantennas, which are 

aggregated nanoparticles encapsulated within a silica coating, and their SERS intensity is 

dramatically dominated by near-field Raman scattering produced within the hot spots 

between the two or three aggregated Au nanospheres. In fact, they found that the maximum 

enhancement was completely independent of the far-field LSPR spectra of both individual 

Au nanoantennas and an ensemble-averaged collection in their experiments. The maximum 

ensemble-averaged EF of 5.0 x 107 peaked at an excitation wavelength of 830 nm, even 

though the far-field LSPR scattering intensity was most intense at ~600 nm. 

This report is an excellent example of carefully evaluating hot spot dominated 

systems and identifying how they can be optimally utilized for future experiments. As the 

authors appropriately describe, the commonly accepted assumption that the far-field 
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spectral scattering determines the ideal excitation wavelength for SERS enhancement may 

not always hold true. This work clearly demonstrates the importance of utilizing 

complimentary computational modeling methods and experimental techniques3-4 to 

develop a full description of the plasmonic modes, both bright and dark, for any given 

system. 

2.4.1.2 Single-Molecule SERS (SMSERS) 

The preceding section evaluated several SERS experiments that were all performed 

with a monolayer or near-monolayer of molecules residing on the plasmonic substrateôs 

surface. Results collected with this level of molecular concentration have clearly been used 

to construct fully-developed and highly-impactful conclusions pertaining to a wide-range 

of photochemical and catalytic reactions. However, as the name implies, an ensemble-

averaged measurement can only describe the physical nature of the adsorbed molecules as 

a whole, which can hinder identification of clear structure-function relationships. For 

instance, ensemble-averaged studies are limited to gathering information that is generated 

from a remarkably wide-range of localized field enhancements, rather than exploring the 

sensitive behavior of individual molecules as they interact with their highly-specific and 

unique local environment. Single-molecule SERS (SMSERS) was first reported in two 

pioneering articles in 199796, 110 and the field has vastly grown since its discovery.111-116 
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Figure 2.6 Time-dependent single-molecule SER spectra demonstrating the (A-B) 

anion formation event for BPY on a gold nanoantenna substrate with the associated 

isotopologue analysis to confirm single molecule limit and (C) single-molecule step 

transitions following the formation of DMAB in real-time. Part A-B and C reprinted 

with permission from ref. 117 and 118, respectively. Copyright 2017 and 2016 

respectively, American Chemical Society. 
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Several studies have been key in the development of SMSERS over the last 20 

years. A bi-analyte method was developed by the Etchegoin lab in 2006 by statistically 

comparing the unique spectral information collected from two distinct molecules.113 A year 

later, the Van Duyne group developed a similar method that used two isotopologues of a 

single chemical species.114 When working in ultra-low concentrations of both molecular 

species, on average only one variant of the isotopologues is adsorbed to the metal within 

the effective probing area. Each isotopologue produces a vibrational spectrum containing 

Raman bands that make it easily distinguishable from the other. Since then, similar 

techniques have been used to study single molecule dynamics on plasmonic substrates. 

Recently, SMSERS has been utilized in the detection of plasmon-driven electron transfer. 

In 2017, Sprague-Klein et al. presented a study where 4,4ô-bipyridine (BPY-h8) and its 

deuterated isotope (BPY-d8) were adsorbed between gold nanosphere oligomers and 

subjected to a single particle pump-probe experimental probing technique.117 The single 

particles were exposed to a 532 nm pump CW laser to excite the monomer plasmon while 

simultaneously being probed by a 785 nm CW laser for the signal collection. They 

observed a delayed (>2 min) plasmon-mediated charge transfer of surface electrons from 

the gold oligomers to produce long-lived BPY radical anion products (Figure 2.6A-B). 

The authors suggested an accumulation of surface electrons was required before a neutral 

BPY molecule could successfully accept a nearby hot electron. In fact, a low 3% yield of 

electron transfer to an adjacent BPY molecule was reported. A similar study was published 

in 2017 and was also successful in identifying hot electron-driven redox chemistry at a 

single molecule level using methyl viologen.19 
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 Typical SMSERS signals are inherently intricate and difficult to analyze due to 

dramatic temporal and spectral fluctuations. These fluctuations are caused by several 

sources, including variations of molecular orientation in an isolated hot spot, atomic-scale 

surface modifications throughout prolonged photoexposure, and possible Brownian 

diffusion of the molecule.114, 119-120 Recently, an innovative SERS-based method to 

suppress these issues was published by Choi et al.118 Here, they explored a single-molecule 

catalytic reaction of 4-NBT to DMAB in real-time by monitoring discrete step-like 

transitions of the reactionôs products. These experiments implemented a self-assembled 

silver nanoparticle-4-NBT-gold thin film substrate to induce and monitor the dimerization 

of 4-NBT to DMAB in the junctions between the nanoparticles and gold film, which were 

capable of reaching a SERS EFs of 1.7 x 108. Rather than attempting to isolate distinct 

SERS signals from their collected spectra, the authors developed an innovative method to 

identify discrete transitions tracking the formation and annihilation of individual DMAB 

molecules within a single, intense hot spot. Figure 2.6C depicts a time-resolved SERS 

trajectory of the DMAB species as they react within the nanoparticle-thin film junctions. 

In conjunction with computational modeling, the transitions present in time-dependent data 

are clear spectral evidence of a single-molecule plasmon-mediated photocatalytic reaction. 

 Developing new methods to monitor individual molecules as they undergo a 

chemical transformation is non-trivial. Choi et al.ôs unique approach of data analysis was 

capable of extracting data rich with information describing the behavior of individual 

molecules in a highly complex environment.118 They addressed the common difficulties 

found in single-molecule SERS experiments (spectral and temporal fluctuations) and 
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designed a plasmonic system which systematically removed a majority of the randomness 

by ensuring the adsorbed molecules were situated in the center of well-characterized hot 

spots. If anything, these studies identify the need for a new class of intricately-designed 

plasmonic substrates that employ well-defined, easily accessible, and dramatically 

enhancing hot spots. Recent studies have done an excellent job of utilizing cucurbit[n]uril 

structures to generate well-defined hot spots for ensemble 121 and single molecule 122 SERS 

detection. Constructing a system that directs the flow of hot electrons to these regions of 

enhancement should provide a significant improvement to the present-day yields and 

efficiencies reported. This level of nanoscale design will allow the community to probe the 

globally relevant photochemical and catalytic reactions, which are currently limited by 

their low Raman cross-sections in the single-molecule regime.  

 The advancement of SERS and its ability to probe single molecules has left a clear 

impact on the field of plasmonics, and more specifically, plasmon-mediated photochemical 

processes. Having a technique that is inherently linked to surface plasmon generation has 

ignited a boom in publications heavily invested in better understanding the complex 

molecule-plasmon interactions. For example, SERS studies were crucial in the 

identification of the role metal-adsorbate hybridized states may play in modifying the 

preferred pathway of charge transfer from a plasmonic surface to the molecular probe. 

Implementing an equal level of well-defined experimental design may help in identifying 

new phenomena and SERS can continue to be utilized as an excellent technique for further 

elucidating the complex mechanism of plasmon-mediated photocatalysis. 
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2.4.1.3 Tip-Enhanced Raman Spectroscopy (TERS) 

Another valuable vibrationally-sensitive method used to explore plasmon-mediated 

photocatalysis is tip-enhanced Raman spectroscopy (TERS). TERS is a spectroscopic 

technique capable of imaging physi- or chemisorbed molecules with nanoscale or even 

sub-molecular spatial resolution, while simultaneously providing the ability to manipulate 

the highly-localized environment surrounding the molecules. The concept of coupling 

scanning probe microscopy with surface-enhanced Raman spectroscopy (SERS) was first 

introduced in the 1980s.123 This technique was successfully demonstrated in decades to 

follow by multiple independent research groups, each reporting Raman signatures 

belonging to surface-bound molecules positioned within plasmonic tip-enhanced localized 

fields.123-126 

The power of TERS lies in its inherent ability to provide spatially-resolved and 

spectroscopic information pertaining to one127-128 or many molecules positioned on a 

surface. TERS combines the advantages found in SERS and scanning probe microscopy to 

produce dramatic electromagnetic field enchantments capable of amplifying the 

chemically-sensitive Raman scattered photons while reaching sub-diffraction spatial 

resolution. This is achieved by replacing the nanoparticle substrates used in traditional 

SERS experiments with a sharp tip made of or coated with a plasmonic metal. These tips 

typically have an extremely sharp radius of curvature (below 50 nm) and can generate 

highly localized electromagnetic field enhancements in the effective volume between the 

tip apex and substrate used to host the molecular probes.129 The sharp, needle-like tip apex 

serves as a physical point-source for the surface plasmon generation and can generate a 
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localized field that rapidly decays as it extends away from the tip.130 When the tip is brought 

within close proximity to a flat metal substrate, the highly-confined electromagnetic field 

is further amplified due to coupling between the tip and surface. This phenomenon, which 

is known as the gap-mode effect, is achievable when the tip is positioned approximately 1-

2 nm away from the metal surface. The enhancement produced in this confined gap-mode 

effect experiences a d-10 distance dependence, where d is the distance between the tip apex 

and the flat metal surface.131-132 

 One of the more helpful aspects of TERS is its ability to selectively probe individual 

or multiple molecules at well-defined regions on a planar substrate, composed of both 

metallic and non-metallic materials.133 In fact, if the proper molecular analytes are selected, 

TERS is capable of initiating and tracking plasmon-mediated catalytic reactions in real-

time in a similar manner as SERS.134-137 However, if the goal of the experiment is to study 

the effects of the tip alone, the technique can be modified to replace the metallic substrate 

with a material that doesnôt have the proper dielectric constants to host a surface plasmon. 

This removes the inherent requirement to have the molecules locally adhered to the 

plasmonic substrate and gives more flexibility in the experimental approaches the user may 

explore.  

One key difference between SERS and TERS is that SERS signal is typically 

produced from the regions of highest field enhancement and is generally ensemble-

averaged and much higher throughput. In TERS, the dramatically high spatial resolution 

provides a more detailed analysis of the studied environment. In a similar manner, the hot 

electrons (or holes) can transfer to the excited state of the adsorbed molecules and drive a 
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chemical reaction. In this configuration, the tip may be selectively positioned over specific 

molecules or clusters for controlled transport of hot carriers to the desired molecules. When 

using scanning tunneling microscopy (STM)-TERS, the tip can also be utilized as an 

additional source of electrons with a tunable energy range, allowing for a more detailed 

analysis of the studied material or chemical reaction. 

Unfortunately, a handful of complications may be present when attempting to 

mediate and characterize plasmon-driven chemical reactions with TERS. One of the more 

difficult challenges in performing TERS experiments is reproducibly fabricating the 

nanoscale plasmonic tips.138 Presently, the most common method for tip fabrication is 

electrochemically etching silver and gold wires.139 A solution based etching method such 

as this will produce tips that are highly-heterogenous in shape, especially near the tip apex. 

This lack of reproducibility introduces a wide-range of local environments for enhancing 

the collected Raman signal or mediating a chemical reaction, making it extremely difficult 

to produce consistent results across multiple tips. The tip stability can even be quite poor 

during the course of a typical TERS measurement, resulting in data that is potentially 

flawed or inconsistent in nature. Another challenge when approaching plasmon-mediated 

photocatalysis with TERS is quantifying any contributions that may arise from electrons 

tunneling from the metal tip to the adsorbed molecule. To work around this issue, users 

have also coated the plasmonic TERS tips with an ultrathin oxide film. The oxide layer 

protects and isolates the plasmonic tip away from the probed surface and minimizes 

undesirable interactions.137 
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 Plasmon-mediated 

photocatalytic reactions were first 

tracked with TERS in 2012. van 

Schrojenstein Lantman et al. 

published a report that monitored the 

well-studied dimerization reaction of 

4-NBT to DMAB.135 Here, the 

authors implemented a dual-

wavelength approach to monitor the 

photocatalytic process. They 

employed a 633 nm excitation source 

to monitor the vibrational spectra 

corresponding to both 4-NBT and 

DMAB while short, discrete periods 

of 532 nm laser light were directed 

towards a silver-coated tip to initiate 

the dimerization. Using the 532 nm 

laser source alone to probe the 

surface-bound molecules resulted in an instantaneous conversion to DMAB and no relevant 

information could be extracted. However, by exciting the plasmon with short bursts of low 

power 532 nm laser light, they could significantly slow down the rate of the ensemble-

averaged reaction and monitor the molecular conversion during a slower timescale. By 

 

Figure 2.7 Plasmon-mediated photocatalytic 

reactions monitored with TERS. (A, left) Time-

dependent TERS measurements before and after 

irradiation with 532 nm laser light. Raman 

signatures begin to appear in the TERS spectra 

after the tip is illuminated with a 532 nm 

excitation source. (A, right) Raman spectra 

corresponding to 4-NBT (black) and DMAB 

(red). (B, left) Topography image of the silver 

substrate and (right) TERS chemical reactivity 

map of DMAB after inducing dimerization of 

pMA. Part A reprinted by permission from 

Springer Nature: Nature Nanotechnology ref. 

135, Copyright 2012. Part B reproduced from ref. 

137 with permission of The Royal Society of 

Chemistry.  
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starting with a stable spectrum of 4-NBT, the authors were able to produce time-dependent 

TERS measurements that tracked the growth and subsequent decay of the DMAB and 4-

NBT, respectively (Figure 2.7A). Ultimately, this study demonstrated the feasibility of 

using TERS to study the molecular dynamics that are occurring at the nanoscale level, 

clearly highlighting the potential to employ TERS to extract information that may help 

describing the interactions between plasmons and molecules. 

 Kumar et al. also reported an impressive study that experimentally mapped out the 

catalytic activity in the photoinduced reaction with nanoscale spatial resolution using 

AFM-TERS.137 The authors studied a similar dimerization reaction, where they reacted 

two p-mercaptoaniline (pMA) moieties together to form DMAB. To prevent the molecules 

from physically interacting with the tip, they protected a silver-coated tip with an ultrathin 

layer of alumina film. The alumina film prevented any interactions between the silver tip 

and thiol-containing molecules, which include chemisorption and unintentional 

spontaneous catalysis, and allowed for the acquisition of chemical reactivity maps with 

nanoscale resolution on nanostructured silver substrates. With the alumina-coated silver 

tip, they were able to probe a nanostructured silver substrate and identify the regions of 

greatest photocatalytic activity by monitoring the production of DMAB (Figure 2.7B). The 

experimental design allowed for probing conditions capable of achieving a spatial 

resolution of 20 nm, allowing the authors to map the chemical reactivity on individual 

plasmonic nanoparticles. This was the first reported publication that successfully mapped 

the substrate-dependent catalytic activity of a reaction in a TERS configuration. In 

addition, the TERS configuration allowed the users to identify the catalytically active and 
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inactive regions on a plasmonic substrate with a 20 nm spatial resolution, which was 

unprecedented in the field of plasmonics. 

 Both of these studies are excellent examples of using TERS to induce a chemical 

process and monitor as the molecules undergo a physical transformation. The plasmonics 

community stands to gain valuable insights once TERS is able to study industrially relevant 

catalytic processes. However, it is clear that using TERS to reproducibly study alternative 

chemical reactions or heterogeneous catalytic processes will be challenging, and 

improvements in tip fabrication methods would be extremely useful for quantitative 

measurements. 

2.4.1.4 Ultrafast SERS 

Ultrafast SERS is a burgeoning field that combines plasmonic enhancements 

discussed in the previous sections with ultrafast time-resolved Raman spectroscopies to 

investigate the dynamics of plasmon-molecule coupled systems on picosecond (ps) and 

femtosecond (fs) timescales (Figure 2.8A). Here, in the first portion of this section, we use 

the term ultrafast SERS to refer to all pump-probe plasmon-enhanced Raman scattering 

spectroscopies with time resolution in the ps to fs range. 

In recent years, these techniques have been applied toward understanding plasmon-

molecule interactions21, 140-142 and single-molecule dynamics.143-144 The field of ultrafast 

SERS has been discussed at length in recent reviews.145-146 Here, to fit the scope of this 

review, we will be highlighting and discussing the recent applications, developments, and 

challenges in ultrafast SERS as applied to plasmonic photocatalysis. 
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With a time resolution on the order of molecular vibrational periods, and thus the 

timescale of the nuclear motions involved in chemical reactions, ultrafast SERS has the 

capability to monitor key photophysical processes and reaction dynamics of such 

phenomena in real time, elucidating underlying mechanisms and providing a pathway 

toward their optimization. Of interest are the complex interactions between adsorbed 

molecules and plasmon generated phenomena: hot electrons and localized hot spots, which 

can be observed via transient changes in intensity and line shape in ultrafast SER spectra.21, 

140, 143, 147 In conjunction with complimentary spectroscopic techniques and theoretical 

modeling, ultrafast SERS has great potential as a tool for observing these interactions 

across a complete reaction coordinate, monitoring how energy partitions with variations in 

environment and plasmonic substrate morphology. Ultimately, the transient data extracted 

from ultrafast SERS studies may help to elucidate fundamental principles in plasmon 

coupled systems, leading to improved photocatalytic technologies and plasmonic 

substrates, as well as providing empirical data toward the development of a unified 

electromagnetic and chemical SERS theory.148 
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Figure 2.8 (A) Representation of the transient dynamics that ultrafast SERS is capable 

of measuring and tracking on aggregated AgNPs. (B) Ultrafast SER spectra describing 

the behavior of 4-NBT molecules as the AuNPôs plasmon experiences a photo-

induced energy shift. (C) Fano-like signatures indicate that the energy transfer 

between the plasmon and the adsorbates is an indirect mechanism. Parts A and C 

reprinted with permission from ref. 21 and part B modified with permission from ref. 

140. Copyright 2016 and 2017 respectively, American Chemical Society. 

 

A recent study by Keller et al. has shown promise towards the time-resolved 

quantification of hot electron generation at plasmonic surfaces.140 In this study, Keller 

obtained ultrafast SER spectra of 4-NBT reporter molecules on 70 ± 10 nm gold 
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nanoparticles. Peak depletions from 4-NBT ring breathing (1079 cm-1) and NO2 symmetric 

stretch (1343 cm-1) vibrational modes were observed, maximized as the pump and probe 

pulses overlap and decayed over a period of 50 ps (Figure 2.8B). In accordance with 

transient absorption, electrochemical, and theoretical models, it was determined that the 

transient peak depletions were caused by a red shift in the structureôs LSPR, resulting from 

delocalization of the hot electrons. The calculations suggested that the charge density shift 

resulted in the displacement of approximately 109 free electrons in the metal. While they 

did not directly observe the product of the hot electron-induced LSPR shift, they proposed 

that the charge delocalization may be due to a charge transfer between the hot electrons 

and adsorbed molecules, uneven distribution of the hot electrons across the probed regions, 

or potential electron-phonon interactions that result in the heating of the metal lattice. This 

study corresponds well with a similar study by Brandt et al., which utilized the same 

ultrafast SERS methodology to probe the plasmon-driven photochemical dimerization of 

4-NBT to DMAB on silver nanoparticles.21 This study proposed a hot electron charge 

transfer mechanism for the dimerization, evidenced by transient Fano line shapes and 

transient changes in 4-NBT/DMAB signal amplitudes. Here, as seen in Figure 2.8C, the 

Fano features are attributed to the coupling of the broad AgNP emission and the narrower 

SERS photons. The relevant amplitudes of product and reactant in the transient spectra as 

compared to the ground state spectra proved that the nanoscale regions generating the 

broadband emission were most efficient at driving the photoreaction. Thus this work 

indirectly proved the role of localized hot electrons in driving the plasmon-induced process.  
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Together, these studies utilize the time resolution of ultrafast SERS to provide a 

description of charge delocalization and charge transfer from a plasmonic substrate to an 

adsorbed molecule. Interestingly, the Fano line shapes observed by Brandt, et al. were not 

apparent in the study by Keller et al., suggesting a different mechanism of broadband light 

emission in gold and silver nanoparticles. These results not only display the capability of 

ultrafast SERS to observe and interpret changes to the coupled plasmon-molecule system 

in real time, but also highlights the dependence of ultrafast SERS measurements on the 

substrate composition. This is critical to the development of application specific ultrafast 

SERS substrates, where differentiation in the identity and morphology of the plasmonic 

substrate may allow tuning of interactions between scattered photons and other light-

induced processes. Unfortunately, due to the fact that collected SERS signal is 

spontaneous, the aforementioned ultrafast SERS techniques are limited to probing transient 

dynamics that occur on the picosecond timescale, as with spontaneous Raman, the spectral 

resolution and temporal resolution are inversely related. This resolution is sufficient to 

resolve many of the nuclear structural changes, but unable to track the early plasmonic 

dynamics that occur after photoexcitation.  

 Other recent work has been devoted to the optimization of ultrafast SERS 

techniques that implement stimulated Raman spectroscopies to achieve femtosecond time 

resolution for probing the effects of photoexcited plasmons on proximal adsorbates. This 

is enabled through the use of surface-enhanced coherent anti-Stokes Raman scattering (SE-

CARS) and surface-enhanced femtosecond stimulated Raman scattering (SE-FSRS) 

experiments.141, 143 Both techniques are similar in experimental design, but involve 
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different Raman scattering pathways to provide vibrational information describing the 

molecular analyte, optimally with time resolution in the 10 ï 100 fs regime. Both 

spectroscopic techniques employ 2-3 laser pulses that interact at the sample of interest to 

produce the stimulated Raman signal. A CARS experiment is designed to generate a 

stimulated beam of blue-shifted signal (Figure 2.9A), while the four-wave mixing that is 

dominant in FSRS stimulates Stokes-shifted photons (Figure 2.9B). While both techniques 

are excellent in producing stimulated signals useful for both molecular imaging as well as 

time-resolved measurements, they are both generally limited to a high concentration of 

molecules or materials with large Raman cross-sections. To bypass this issue, multiple 

attempts have been made to locally enhance the Raman signal by the means of plasmonic 

surface enhancement. 

Crampton et al. demonstrated the novelty of SE-CARS to study plasmonic 

materials and their enhancement capabilities.143 In this study, the authors probed core-shell 

Au-silica dumbbells (Au@SiO2-NTs) with trans-1,2-bis(4-pyridyl)ethylene (BPE) 

adsorbed at the nanojunction of the participating gold nanospheres (Figure 2.9C). The 

results highlight several conclusions regarding the development of surface enhanced non-

linear spectroscopies. The enhanced local electric field results in a limited accessible power 

range between observation of signal and damage to the sample. Also, the stimulation of the 

Raman field in the SE-CARS process is easily saturated using relatively low pulse energies 

(100 fJ in a 100 fs pulse). The authors also found that when working in a few-molecule 

regime with SE-CARS, the time-domain and frequency-domain measurements are not 
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direct Fourier transforms, with the time-domain measurements revealing more in-depth 

information on the molecular dynamics. 

 

An alternative stimulated Raman technique is SE-FSRS, which was first introduced 

in 2011 by Frontiera et al.149 The SE-FSRS signals have Fano line shapes, which result 

from coupling between the broadband plasmonic response from colloidal nanoparticles and 

the narrowband vibrational coherences in the molecular adsorbates (Figure 2.9D).147, 150-

 

Figure 2.9 Energy diagram depicting the photon interactions leading to the 

generation of surface-enhanced (A) CARS and (B) FSRS signal. (B) Comparison of 

ps-SECARS spectra (red and black traces) and the cw-SERS spectra (grey, shaded 

peaks). (D) Raman spectra of BPE using cw-SERS (red) and SE-FSRS (black). Parts 

C and D reprinted with permission from ref. 143 and 149, respectively. Copyright 

2016 and 2017 respectively, American Chemical Society. 
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151 Interestingly, the vibrational coherenceôs dephasing time was independent of the 

coupling between the plasmon and molecule.147 This initial study laid the groundwork for 

the future attempts towards applying and further understanding the mechanism behind SE-

FSRS. Follow-up work by Gruenke et al. described the optimal concentration of particles 

and identified the path length dependence in SE-FSRS measurements.141, 146 They 

emphasized that extinction and enhancement in SE-FSRS, and other SE resonance Raman 

techniques, must be appropriately balanced to achieve optimal signal intensity and signal 

to noise ratios, particularly in the transmission geometry used here. These studies serve to 

elucidate fundamental factors in designing efficient ultrafast SERS experiments. 

Understanding the factors that play a role in signal intensity, sensitivity, degradation, and 

interpretation are key to the development of a technique that can be readily adopted and 

applied by the scientific community at large. However, currently both the SE-CARS and 

SE-FSRS studies have been primarily limited to Au@SiO2 nanoantennas, which has 

limited applications. The continuation of such diagnostic work is key toward the 

characterization and development of reliable ultrafast SERS experimentation. 

Despite recent advances, some hurdles must still be overcome in the development 

of femtosecond SERS techniques. Present studies have been limited to a narrow range of 

model systems, which still require optimization for expansion into studying more complex 

plasmon-molecule interactions. Furthermore, numerous processes that occur within 

plasmonic-molecular systems, particularly in the interrogation in the few molecule limit, 

can greatly complicate data interpretation.152-153 While the above techniques have come a 

long way to understanding these interactions, there is still much fundamental work that 
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needs to be done to make them more efficient and effective as analytical tools for 

understanding plasmon-molecule dynamics. To date, there is no study that has been 

successful in obtaining structural snapshots of evolving chemical reactants on plasmonic 

surfaces. Although, once the technical hurdles are surmounted, these techniques should be 

tremendously useful approaches for identifying the vibrational character of a molecular 

species as it undergoes a plasmon-mediated chemical reaction. Having the tools to 

spectroscopically track the intermediate states as a molecular transformation takes place 

would dramatically increase our understanding of these non-trivial mechanisms involved 

in plasmonic photocatalysis. However complicated in experimental design, the 

advancement of ultrafast SERS has far reaching implications in fully realizing applications 

of plasmon-related processes and deserves continued attention in coming years. 

2.4.1.5 Transient Absorption (TA) 

The previous sections have contained numerous experimental examples where all 

the significant data was collected by probing a set of molecules or an individual species as 

they interact with a photoexcited surface plasmon. However, to effectively probe and 

understand the interactions between surface plasmons and the electronic states of a given 

material, a different flavor of ultrafast spectroscopy is required. Here, we discuss the 

efficacy of TA spectroscopy as a tool to elucidate key parameters of plasmon-induced 

processes. The configuration of TA spectroscopy used to study plasmonic materials 

employs two femtosecond laser pulses: a pump pulse for photoexcitation, and a probe pulse 

to track the subsequent plasmon-induced dynamics. For a more detailed description, Berera 

et al. and Ruckebusch et al. have provided excellent reviews on the subject.154-155 By 
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evaluating the entire collection of transient spectra, one can deduce the effect of plasmonic 

excitation on adsorbed species. Specific parameters such as energy transfer rates and 

efficiencies can be extracted by monitoring the differential spectra. To date, most TA 

experiments on plasmonic systems have looked at the effect of plasmon excitation on 

proximal semiconductor materials. Studies on transient plasmon-molecule dynamics are 

challenging as the optical cross sections of plasmonic materials far exceed the absorption 

cross sections of molecules, meaning that the plasmonic response obscures the transient 

molecular signal. Therefore, directing a concerted effort towards the development of new 

plasmonic-semiconductor nanostructures for TA studies may help with the pursuit of better 

understanding the fundamental mechanism behind plasmon-mediated photocatalysis.156-157 

TA spectroscopy of plasmon-semiconductor systems has been used to directly 

probe interfacial charge transfer reactions, as seen by Wu et al. in 2015.158 This alternative 

route is plasmon-induced metal-to-semiconductor interfacial charge transfer transitions 

(PICTT), which combines the strong light-absorbing power of a plasmonic transition with 

the charge separation properties of a semiconductor-metal system (Figure 2.10A). Due to 

the strong coupling between the plasmonic material and semiconductorôs electronic states, 

a new decay pathway is formed between the two materials. The first demonstration for the 

PICTT pathway was provided by TA studies involving colloidal quantum-confined CdSe-

Au nanorod (NR) heterostructures, where the plasmon-induced hot electron transfer occurs 
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within 20 fs (Figure 2.10B).158 The 

plasmon decays directly by the transfer 

of an electron to CdSe, therefore the 

quantum yield of the charge separation 

process is independent of the excess 

energy above the CB edge, as long as the 

excitation energy is above the 

absorption threshold. The recorded high 

yield (>24%) of the electron transfer 

provides a potential bridge to evade the 

various competitive channels into which 

the plasmonic energy may partition, 

providing an alternative design protocol 

for fabricating efficient plasmon-

mediated devices. 

TA spectroscopy has also been 

used to monitor energy transfer between 

a metal and semiconductor through a 

plasmon-induced resonance energy transfer (PIRET) process.12, 46, 159-160 Here, rather than 

transferring electrons, the surface plasmon decays by donating its energy to a nearby 

species, analogous to Förster resonance energy transfer (FRET). PIRET was first directly 

observed by Cushing et al. in 2012, where they monitored Au@SiO2@Cu2O 

 

Figure 2.10 (A) Energy schematic of PICTT 

in CdSe-Au NR systems, where the Au tip is 

strongly damped. The green dashed arrow 

corresponds to the interband absorption that 

occurs in the visible and the red arrow 

indicates the intraband transition in the IR. 

(B) Kinetic trace highlighting the intraband 

absorption in the (probed at ~3000 nm, red 

circles) and the 1Ɇ-exiton-bleach (probed at 

~580 nm, green line) after 800 nm excitation. 

From ref. 158. Reprinted with permission 

from AAAS. 
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heterojunctions using TA.46 The spectral overlap between Au and Cu2O allows for PIRET 

through dipole-dipole interactions even with the SiO2 barrier. By monitoring PIRET with 

TA spectroscopy, they observed PIRET with SiO2 barrier thicknesses over which direct 

electron transfer would not be possible. The high energy transfer efficiency at and below 

the band edge has the potential to increase the Cu2O photoconversion range, which is 

independent of the charge transfer process. The ability to transfer plasmonic energy to a 

blue-shifted region opens up a wide possibility for improving light-harvesting yields. Even 

for the smallest Ḑ1.5 nm SiO2 barrier, PIRET excited at 650 nm created Ḑ1.4 times the 

number of charge carriers in Cu2O as the above-bandgap excitation of the same incident 

flux, with the enhancement spanning the entire plasmon distribution. With proper 

modifications of the device aimed at minimizing the back transfer of energy by FRET, as 

well as maintaining a sufficient spectral overlap between the plasmon and thin film 

semiconductor, this method can be utilized in effective solar light harvesting devices over 

a wide spectral range with high yield. 

These examples highlight the importance of employing TA to study plasmon-

mediated processes to help elucidate the underlying mechanism for charge separation in 

plasmonic systems. The use of semiconductors to separate plasmon-generated charges may 

lead to more efficient harvesting of these charges for plasmonic photocatalysis. However, 

with the scope of the review article in mind, it is likely that present-day TA techniques will 

not readily surpass ultrafast Raman approaches in determining chemical mechanisms of 

catalytic steps in plasmonic photocatalysis. Yet, the results compiled with both of these 
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highly-useful spectroscopic approaches could be further supplemented by employing or 

integrating non-spectroscopic methods, such as electrochemistry. 

2.4.2 Electrochemistry 

A number of electrochemical techniques have recently been employed to examine 

plasmon-induced processes, particularly with regards to understanding charge transfer and 

heating processes in the coupled plasmon-molecule system. By monitoring overpotentials, 

it is possible to determine energy levels of reactive intermediates.10 In addition, scanning 

electrochemical microscopy (SECM), which monitors the current at an ultramicroelectrode 

as it is scanned across an active surface, has played a crucial role in determining the 

contributions of heating during plasmon-mediated processes.161-162 Ultimately, 

electrochemical techniques can be employed to provide a wealth of information about the 

mechanism of plasmonic photocatalysis and to what extent electrons play a role in driving 

reactions.163  

A common approach is to pair electrochemical potential control with dark field 

microscopy, which monitors the scattering from the plasmonic sample.164-166 This has the 

advantage of providing precise control over the charge carrier density by altering the 

applied potential as well as allowing for active monitoring of the LSPR and its response to 

charge density changes.165-167 Most of these techniques measure the charging of plasmonic 

nanostructures by adsorbing them to a conductive substrate, which is typically ITO.165-166 

Upon manipulation of the charge density of a plasmonic nanostructure, various changes to 

the plasmonic nanoparticle and the local environment can occur, including ionic 
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rearrangement of the electrolyte solution, modifications to the particle morphology, and 

the ability to mediate specific chemical reactions at the particle surface.168-170 As an 

example of the sensitivity of this approach, Collins et al. correlated a 0.02 nm blue shift in 

the LSPR to the addition of 110 electrons to a single gold nanorod in an ion gel device.169 

Dark field microscopy used in tandem with an applied electrochemical potential is clearly 

a powerful tool for monitoring electron transfer events by closely tracking the LSPR, which 

may allow for a deeper analysis of the rate limiting steps and catalyst-specific reaction 

mechanisms. 

Additional modifications to this technique, such as including dynamic potential 

control and achieving single nanoparticle analysis, has allowed for an increased 

understanding of the electrochemical tuning of nanoparticles and the role of particle 

heterogeneity in the various responses.165, 168 Byers et al. used hyperspectral dark field 

imaging to show that upon electrochemical tuning, a population of nanoparticles can 

undergo several different processes ranging from nanoparticle charging, as described 

previously, to electrochemical reactions, such as chloride ion oxidation and hydrogen 

evolution reaction (Figure 2.11).168 These responses vary based on a combination of 

nanoparticle or nanoparticle/substrate properties that either favor nanoparticle charging or 

charge transfer. Depending on the local environment and nanoparticle nanoparticles also 

undergo irreversible or reversible electrochemical reactions which may include hydrogen 

evolution reaction under negative potentials or metal-halide formation under positive 

potentials.168, 170 While there is still room for further understanding of the fundamental 
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principles driving these phenomena, it is clear that these techniques can be utilized to 

illustrate a picture of the chemistry occurring around plasmonic nanostructures. 

In addition to monitoring how 

adding or removing charge can 

manipulate plasmonic behavior, 

electrochemical techniques can also 

be used to monitor plasmonic 

photochemical reactions. When the 

plasmons are intentionally 

photoexcited with an external source, 

the electrons in the systems undergo 

a perturbation and the photocurrent of 

an integrated plasmonic device or 

overpotential changes for the half 

reaction can successfully be recorded. 

For solar water splitting, the 

plasmonic electrochemical cell can 

be modified such that either the 

hydrogen evolution reaction is 

plasmon-driven or the device can be 

modified to form a plasmonic photoanode where the oxidation reaction occurs.10, 34 For 

example, Lee et al. built a plasmonic photoanode capable of splitting water by modifying 

 

Figure 2.11 Heterogeneity observed during 

electrochemical tuning of individual gold 

nanoparticles on ITO. (A) hyperspectral dark 

field image of gold nanoparticles at open circuit 

potential (B) organization of gold nanoparticles 

into three categories based on behavior during 

potential scan with corresponding spectral 

response of a nanoparticle for (C) reaction one 

(irreversible electrochemical reaction), (D) 

reaction two (reversible electrochemical 

reaction), and (E) charge density where electrons 

are added to the gold nanoparticle. (F) LSPR 

shift reported as energy (meV) as a function of 

potential scanned for seven individual 

nanoparticles averaged together. Figure 

reprinted with permission from ref. 168, 

https://pubs.acs.org/doi/abs/10.1021/jp504454y. 

Copyright 2014 American Chemical Society. 

https://pubs.acs.org/doi/abs/10.1021/jp504454y
https://pubs.acs.org/doi/abs/10.1021/jp504454y
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gold nanorods. In this device, they successfully separate the hot carriers and use the hot 

holes to generate O2 from water. When they compare the measured photocurrent of their 

device with the production of H2, they can relate the various kinetics they observe to cell 

efficiency.10 Since then, multiple groups have performed similar measurements where the 

enhanced photocurrent upon illumination due to integrated plasmonic nanostructures is 

used as a metric for device efficiency towards solar water splitting.34, 171-173 These efforts 

are excellent demonstrations of the novelty and the potential impact of utilizing the power 

of plasmonic photocatalysts to mediate chemical processes that are relevant to society 

today. 

Many of these studies also use cyclic voltammetry (CV) to measure how 

illumination may affect the oxidation or reduction reactions of a redox couple. CV is an 

electrochemical measurement in which the current is monitored as the working electrode 

is ramped linearly and cycled through a potential range.163 In plasmon-enhanced 

photochemical reactions, illumination of the cell leads to several deviations from 

traditional CV characteristic traces, such as discrete shifts in the onset potential for the half 

reactions and an increase in the photocurrent, which provide useful information pertaining 

to the energetic barriers for the reaction.174 Additionally, the redox energies for a studied 

molecule can be significantly altered by adsorption to the plasmonic material, which is 

observable in the distinct formation of new features in the CV.175 Quantifying the changes 

observed in CV upon illumination of a plasmonic electrochemical cell may help identify 
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how plasmons enhance and modify the 

observed reactions. However, these 

techniques focus on ensemble 

measurements of the system. Due to the 

potential heterogeneity of plasmonic 

samples, techniques which measure a 

smaller subset of the system are necessary 

to unravel the contributions of different 

mechanisms. 

Scanning electrochemical 

microscopy (SECM) uses an ultra-

microelectrode or a nanoelectrode to 

sample a more localized environment at 

interfaces as compared to other 

electrochemical techniques. SECM probes 

surface reactions and can provide 

information regarding electron transfer 

kinetics. For example, Yun et al. separated 

the individual contributions of hot carriers 

and thermal effects for the plasmon-driven 

oxidation of ferrocyanide to 

ferricyanide.161 They controlled the 

 
Figure 2.12 Proposed mechanisms for 

photo-induced oxidation based on 

contributions of hot holes and thermal 

effects. (A) Isolating hot hole contribution 

for photo-induced oxidation by comparing 

how the reaction potential changes at 

various laser intensities. Substrate 1 (black) 

contains contributions from hot holes and 

heating, substrate 2 (blue) only has thermal 

contributions, hot hole contribution for 

substrate 1 (red) is isolated by subtracting 

out the thermal contributions. (B) Pictorial 

depiction of proposed mechanisms (i) hot 

hole generation and (ii) thermal 

contribution leading to altered equilibrium 

potential of redox couple. Figure reprinted 

with permission from ref. 161. Copyright 

2018 American Chemical Society. 
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reaction by holding the electrodes at a fixed potential at various regimes where the hot 

carriers and thermal effects worked synergistically or competitively (Figure 2.12). Using 

this technique, they were even able to quantify the degree of heating that occurred during 

the plasmon-driven oxidation of ferrocyanide.162 For many plasmon-enhanced chemical 

reactions, the ability to probe surface reactions and measure the surface-dependent current 

changes allow for a better understanding of the underlying mechanisms which influence 

plasmon-mediated photochemistry. 

Although SECM probes a smaller population of a plasmonic system, it is still an 

ensemble measurement due to the heterogenous nature of the plasmonic substrate. With 

the heterogeneity of plasmonic nanostructures and the utility of site-specific catalytic 

activity, techniques with higher spatial resolution may be necessary. One approach may be 

to couple electrochemical techniques, such as sample biasing, with techniques like SERS 

or TERS, which may aid the tracking of electron transfer events at the molecular level.176 

However, it is necessary to characterize the changes in TERS and SERS signals under these 

conditions as shown by Kurouski et al. and Di Martino et al., where depending on changes 

of the LSPR due to electrochemical tuning or changes between the redox couple, the 

Raman signal magnitudes can diminish or disappear.18, 177 Ultimately, the development of 

an electrochemical integrated TERS technique may be an optimal route for explaining 

these phenomena.  

 Electrochemical techniques hold promise for elucidating plasmon-mediated 

reactions especially with their ability to manipulate and monitor the flow of electrons and 

the resulting chemical effects, as shown in the above examples. These techniques face some 
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difficulties due to the ensemble nature of these measurements and the fact that majority of 

these studies are performed with well-understood electrochemical reactions. Although 

broader applications of these techniques to other plasmon-mediated reactions may be 

challenging, the information that may gathered from such studies would greatly benefit the 

understanding of plasmon-mediated processes and their underlying mechanisms. 

2.5 Outlook 

 The maturation of the above experimental techniques, both spectroscopic and 

electrochemical, has been instrumental for the advancement of new applications and 

fundamental insight in the plasmonics field. Enormous strides have been made in the past 

decade, as evidenced by the exceptional growth in the number of plasmonically-powered 

processes. However, there is still crucial quantitative information that needs to be extracted 

to help propel plasmon-mediated catalysis towards becoming a competitive and rational 

option for industrial applications. To help confront these elusive critical parameters in our 

collective knowledge, we would like to briefly highlight a few technical approaches that 

clearly hold abundant promise or may be fruitful to explore.  

 The experimental approaches covered in this review have focused on spectroscopic 

and electrochemical characterizations of interactions between plasmonic nanostructures 

and molecular species. These techniques have a number of advantages which make them 

well-suited for understanding plasmonic photocatalysis, particularly due to their ability to 

probe the molecular response of the evolving coupled system. However, there are a number 

of other experimental approaches that have great promise for understanding the mechanism 
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of plasmonic photocatalysis. Magnetic resonance approaches have recently found great 

success as a characterization technique for the growth and evolution of plasmonic 

particles,178 and the molecular specificity could find great use in quantifying and tracking 

the progress of some plasmon-driven reactions. Other experimental approaches such as 

EPR, time-resolved terahertz spectroscopy, or pump-probe infrared spectroscopy could 

also provide new insight into the mechanism of plasmonic photocatalysis.  

While this review has focused on experimental approaches to monitoring plasmonic 

photocatalysis, theory and computational work has guided much of the current 

understanding of the decay processes and branching ratios in molecular-plasmonic 

systems, and many of the experimental interpretations presented here would not be possible 

without theoretical support. A major challenge in furthering theoretical approaches to the 

study of plasmon-driven photocatalysis lies in the large scale of the system, coupled with 

the importance of quantum mechanical effects and difficulties in determining the landscape 

of highly reactive molecular potential energy surfaces. A 20 nm diameter gold sphere 

contains ~60,000 gold atoms, some of which may be strongly coupled and have significant 

wavefunction overlap with adsorbed molecular species. High level quantum mechanical 

calculations on a system of this magnitude are generally intractable with current processing 

power. However, a number of reasonable approaches have led to significantly improved 

understanding of these large and complex systems. For example, work by the Nordlander 

group has provided quantitative values for the hot carrier energy distribution,3 and the 

relaxation pathways and dynamics of these photoexcited carriers.179 On the other end of 

the spectrum, work by the Carter group has applied embedded correlative wavefunction 
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approaches to calculate energy levels of adsorbed molecular species, which has been highly 

effective at understanding the mechanism of some plasmon-induced processes,35, 180 and in 

guiding the design of more efficient plasmonic photocatalysts. This approach has recently 

been applied to complex multistep multielectron reactions such as N2 dissociation.181-182 

Recent theoretical work aimed at understanding the complete and strongly coupled 

molecular-plasmonic system includes atomistic electrodynamics and quantum mechanical 

models,183-184 many-body Greenôs function formalism approaches to probe quantum 

emitters coupled to plasmonic systems,185 and combination of Drude model plasmonic 

systems with TD-DFT molecular calculations,186 among many others. There are many 

exciting possibilities for future directions for theoretical models of plasmonic 

photocatalysis, particularly with the incorporation of methods to track reactive molecular 

potential energy surfaces, such as the ab initio multiple spawning approach,187 which has 

been highly successful in looking at reaction dynamics of molecular species in vacuum. 

Although the recent focus has been directed towards engineering useful plasmonic 

nanostructures to serve as catalysts, there is an immense amount of promise in integrating 

traditional catalysts to enhance the practical usage of plasmon-mediated catalysis. With 

this mindset, efforts are currently being made to develop plasmon-metal catalyst coupled 

systems to effectively improve the metal catalystôs general efficacy. For instance, Swearer 

et al. synthesized a heterometallic antenna-reactor complex composed of an Al nanocrystal 

(AlNC) antenna and Pd catalytic nanoparticle to initiate highly-selective photocatalysis.14 

 



61 
 

This reactor complex is driven by the 

direct coupling of the plasmonic AlNC 

with the Pd nanoparticle, which 

dramatically enhanced the absorption 

character in the catalytic metal. A 

depiction of this nanostructured 

architecture can be seen in Figure 

2.13A. The enhanced production of HD 

during H2 dissociation was more 

strongly correlated to the optical 

wavelengths that were on resonant to the 

AlNCôs absorption cross section, clearly 

demonstrating the plasmonôs ability to 

substantially enhance the Pd 

nanoparticleôs ability to facilitate a 

photocatalytic reaction. Improved 

selectivity was also achieved when 

acetylene was added during H2 exposure. 

The authors noted a remarkable 40:1 increase in the relative selectivity of ethylene:ethane 

production (Figure 2.13B). Ultimately, their work launched a new wave of studies tailored 

towards engineering similar reactor complexes that are fueled by a near-field coupling 

between a traditional metal catalyst and plasmonic material. Original and inventive design 

 

Figure 2.13 Plasmon-mediated 

photocatalytic reactions using a 

heterometallic antenna-reactor complex. (A) 

Cartoon depiction of the coupled AlNC-Pd 

nanoparticle system. (B) This fabricated 

substrate is capable of achieving a high-level 

of chemical selectivity, reaching a maximum 

40:1 relative selectivity in ethylene:ethane 

production. Figure modified with permission 

from ref. 14, Copyright 2016 National 

Academy of Sciences. 
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such as this is essential for identifying new pathways for refining the present-day attempts 

of selective plasmon-mediated photocatalysis.  

A practical and rational integration of plasmon-mediated photocatalysis into 

widespread applications may be on the horizon, as the recent findings and scientific 

advancements have been heavily influential for highly efficient plasmonic catalytic 

platforms. To achieve this goal, it is imperative to direct a united front towards 

understanding the mechanism of plasmon decay and the subsequent preferential 

partitioning of the desired energy. Throughout this review, we hope the readers have grown 

aware of the non-trivial balance between this partitioning, as the plasmonically-generated 

hot carriers, thermal elevations, and enhanced local electric fields can all play a role in 

mediating a given chemical reaction. Once the necessary understanding of this dynamic 

mechanism is obtained, we believe the field will find great success in designing highly-

tunable and selective plasmonic catalytic systems to carry out significant light-driven 

chemical reactions.  
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Competition Between Reaction and Degradation Pathways in Plasmon-Driven 

Photochemistry 
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3.1 Overview 

Plasmonic materials are exciting candidates for driving photochemical reactions, as 

they couple strongly with light across a wide range of the electromagnetic spectrum and 

can dramatically impact the photophysical properties of proximal molecular species. 

Plasmons have been shown to drive a number of photochemical reactions, but a detailed 

understanding of the mechanism is lacking in many cases. Here we investigate the effects 

of plasmonic field enhancement of the plasmon-driven conversion of 4-nitrobenzenethiol 

to 4,4ǋ-dimercaptoazobenzene. By tuning the ensemble-averaged field enhancement of a 

plasmonic substrate, we quantify how the reaction yield and rate depend on the magnitude 

of the electric field. Surprisingly, we find no correlation of increased reaction rate or yield 

with greater field enhancement. Kinetic analysis of the reaction rate constants reveals a 

wide range of values, indicating that plasmonic excitation is not the rate-limiting step in 

this system. Additionally, we identify a competing degradation pathway that significantly 

contributes to the loss of reactant. This work identifies several factors that are critical in 

determining the overall efficiency of a plasmon-driven process and should help to lead to 

optimally designed plasmonic photocatalytic systems. 

3.2 Introduction 

The ability to focus and amplify a wide range of the electromagnetic spectrum 

makes plasmonic nanostructures a powerful mechanism for driving photochemical 

reactions.72, 188-190 When adsorbed within highly enhancing electromagnetic fields, certain 

analytes are capable of undergoing molecular conversions that are inaccessible in the 
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absence of the plasmonic substrate. Recent studies have shown plasmonic materials can be 

utilized as a photocatalytic platform to induce a wide variety of photochemical reactions. 

Work has been done toward optimizing specific photoreactions, such as water splitting,11, 

34 dissociation of H2,35, 191 and the photoreduction of CO2 into hydrocarbons192 on 

plasmonic nanostructures. These investigations emphasize the potential of plasmon-driven 

photoreactions and their ability to trigger a variety of otherwise unfavorable chemical 

reactions. However, the mechanism of plasmon-driven photocatalysis is still unclear for a 

number of systems. Plasmon-driven photoreactions may be fueled by a number of factors, 

such as hot electron transfer,35, 106, 191, 193 an enhanced thermal environment,32, 194-195 and/or 

increased scattering. Because of the varying amplitude of plasmonic electromagnetic field 

enhancements in a typical heterogeneous sample,92 working in concert with an additional 

thermal enhancement phenomenon, quantitative analysis of the plasmon-driven 

photochemical reaction can be challenging. While the range of successful plasmon-driven 

processes is continually expanding, detailed mechanisms of plasmonic photoreactivity are 

lacking. 

Surface-enhanced Raman scattering (SERS) is a promising technique for probing 

the mechanism of plasmon-driven catalysis, as it is a surface-specific molecular technique 

that is intrinsically sensitive to probing the regions of high field enhancement in a given 

plasmonic substrate. Considerable evidence supports an electromagnetic enhancement as 

the dominant component in the SERS enhancement mechanism.2, 17, 196 This 

electromagnetic enhancement is produced from the localization and amplification of an 

incident electromagnetic wave. When working in tandem with a chemical enhancement, 
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which involves changes to the adsorbatesô electronic states due to chemisorption,197 SERS 

enhancement factors (EFs) are typically in the range of 103ï108 for standard SERS 

substrates and can be higher (>108) for well-constructed and high-performing SERS 

substrates.93 

The overall enhancement factor of a SERS substrate depends on the ensemble-

averaged distribution of hot spots.93 These hot spots are nanoscale junctions or crevices 

between particles or nanosized features, which serve to enhance the electromagnetic field 

by several orders of magnitude. As the ensemble-averaged SERS enhancement factor 

scales approximately as the increase in the electromagnetic field to the fourth power, or 

|E/E0|4,2, 198 small changes in the field enhancement can have a dramatic effect on the 

overall SERS intensity. Tiny alterations to the structure of the plasmonic surface, down to 

the atomic-scale features, can affect the electric field enhancement and, thus, SERS signal 

magnitude.199 Therefore, most plasmonic surfaces, when used for ensemble-averaged 

measurements, exhibit a wide distribution of enhancement factors. 

The SERS substrates used here, fabricated through nanosphere lithography 

methods,200-201 have been previously characterized in terms of the hot spot distribution and 

the contribution of various hot spots to the overall signal.92 Surprisingly, fewer than 1% of 

the hot spots account for more than 25% of the overall SERS signal, because of the 

extremely enhancing nature of these regions. Therefore, the resulting Raman scattering is 

generated from an ensemble of the most enhancing hot spots. 
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In this study, we investigate the effects of field enhancement on the plasmon-driven 

photoreaction of 4-nitrobenzenethiol (4-NBT) to 4,4ǋ-dimercaptoazobenzene (DMAB), as 

depicted in Figure 3.1a. When 4-NBT is adsorbed to the surface of a plasmonically active 

material, its photoconversion to DMAB is accessible with several plasmonic materials, 

such as gold, silver, and copper,103, 105-106 and a wide range of excitation wavelengths and 

laser powers.109 Previously published research has tracked this photoreaction with SERS, 

tracking the growth of the DMAB photoproduct and decay of the 4-NBT reactant as a 

function of time.104, 202-203 These studies have typically been performed on aggregated 

colloids in solution, in which it can be challenging to tune the field enhancement without 

changing other fundamental characteristics of the substrate. 

Here, we use a gold film-over-nanosphere (AuFON) substrate to probe the 4-NBT 

photoreactionôs rate and yield as a function of the SERS enhancement factor. A common 

perception for plasmon-driven photoreactions is that more field enhancement should lead 

to a higher reaction yield or efficiency. However, this assumption has yet to be conclusively 

demonstrated in practice. Our work shows that competing processes, like molecular 

degradation, can play a significant role in the dependence of the reaction yield on electric 

field magnitude. Quantifying the rate and yield of various processes that adsorbed 

molecular species may undergo upon plasmon excitation should ultimately help in the 

rational design of highly efficient plasmonic catalytic systems. 
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3.3 Methods 

3.3.1 AuFON Substrate Fabrication  

AuFON substrates were prepared by following previously published procedures.201 

First, glass coverslips (Fisherbrand, 18 mm) were thoroughly cleaned with an acid piranha 

solution followed by base piranha treatment. The solutions consisted of a 3:1 mixture of 

concentrated H2SO4 and 30% H2O2, and a 5:1:1 mixture of H2O, concentrated NH4OH, 

and 30% H2O2. After being cleaned, the glass substrates were rinsed thoroughly with 

deionized water. 

Polystyrene microspheres 800 nm in diameter (Sigma-Aldrich, LB8) were diluted 

to 5% by volume in Millipore ultrapure H2O (18 Mɋ); 7.5 ɛL of the polystyrene solution 

was drop-coated and manually dispersed across the surface of the glass coverslip. The 

solution was allowed to evaporate under ambient conditions, and the polystyrene 

microspheres formed into a close-packed monolayer. 

Approximately 200 nm of gold was deposited (5 Å sï1, 1.5 × 10ï3 Torr) on the 

polystyrene-coated substrates using a PVD sputtering system (AJA ATC 220). The 

substrates were rotated at 16 rpm during the deposition process. Following gold deposition, 

a saturated (Ḑ200 ɛM) solution of 4-nitrobenzenethiol (4-NBT) in deionized (DI) H2O was 

drop-cast onto the AuFON substrates and allowed to dry. The AuFON substrates were not 

rinsed after incubation to avoid any delamination of the polystyrene monolayer from the 

glass slides. Because of the high concentration of 4-NBT deposited on the substrates and 

the strong affinity of the thiol for the gold surface, we assume that the molecules undergo 
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close packing in a near monolayer (surface coverage of 3.2 × 106 molecules/ɛm2),204 with 

additional 4-NBT molecules present in a hydration layer on the surface of the gold 

substrate. 

3.3.2 VisibleïNear-Infrared (VisïNIR) Spectroscopy 

Localized surface plasmon resonance (LSPR) extinction measurements were taken 

with a home-built system. LSPR measurements were taken at a range of sample positions, 

to quantify the heterogeneity in field enhancement across the relevant optical range used 

in Raman experiments. Light from a quartz tungstenïhalogen lamp (Thorlabs, QTH10) 

was directed through an uncoated aspheric condenser collimating lens toward the 

substrates. The white light was focused onto the substrate with a 60 mm focal length lens 

at a 90° geometry. The resulting scattering light was passed through a 25 mm focal length 

lens, followed by collimation (Thorlabs, F240SMA-780) into a 50 ɛm core diameter, 0.22 

NA optical fiber (Thorlabs, M14L05). An Ocean Optics USB4000 spectrometer was used 

for detection. The data acquisition time for each collection was 4 ms. 

3.3.3 Raman Spectroscopy  

Raman spectra were recorded by using a 785 nm Innovative Photonic Solutions 

diode laser. The beam was directed through a 30/70 beam splitter (CVI Laser) and focused 

to a 33 ɛm2 spot size with a power of 40 mW onto the substrate with an infinity-corrected 

objective (Olympus Ach 10×, 0.25). The collection was performed in a 180° backscatter 

geometry, and the scattered radiation was redirected through the beam splitter and sent 

toward the detection system, consisting of a spectrograph (Acton SpectraPro 2500i) with a 
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CCD detector (Princeton Instruments, PIXIS 400BX). The acquisition time for each frame 

ranged from 50 to 100 ms, depending on the sampled regionôs enhancement factor. At least 

1000 consecutive frames were collected for each run. 

3.3.4 Characterization of AuFON Substrates  

An enhancement factor (EF) was calculated for each sampled region of the AuFON 

substrates. This value is calculated using the equation93: 

ὉὊ  
Ὅ Ⱦὔ

Ὅ Ⱦὔ
 

 

where Ὅ  and Ὅ  are the Raman intensity of 4-NBTôs 1074 cm-1 shift recorded on the 

AuFON substrate and in solution, respectively. ὔ  is the number of molecules adsorbed 

on the substrate and ὔ  is the number of molecules in the sampled volume for the normal 

Raman collection. Raman cross-sections for 4-NBT and cyclohexane (reference standard) 

were collected from literature.197 A surface correction factor of 2 was applied to ὔ  in 

order to account for the additional molecules adsorbed to the increased surface area due to 

the hemispherical shape of the AuFONs. Further details for calculating the SERS EF for 

these substrates can be found in Appendix A. 
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3.4 Results and Discussion 

A benefit of using the AuFON 

substrates in this study is that random 

variations in the sphere packing will alter the 

observed SERS enhancement factor (EF), 

which is an ensemble average of the 

enhancements in the probed region. By 

randomly varying the number of defects per 

area in different spatial locations in the 

AuFON substrates, we are able to follow the 

4-nitrobenzenethiol (4-NBT) plasmon-

driven reactions in regions of variable field 

enhancement. This field enhancement can be 

easily quantified through the magnitude of 

the SERS signal. Defects in sphere packing 

can cause changes in the localized surface 

plasmon resonance (LSPR) of the probed 

region, resulting in an increased/decreased 

extinction or broadening at the excitation 

wavelength (Figure 3.1b). As the ensemble-

averaged SERS enhancement factor depends 

of the LSPR magnitude at both the excitation wavelength and the Raman scattering 

 

Figure 3.1 (a) Depiction of the plasmon-

driven conversion of 4-nitrobenzenethiol 

to 4,4ô-dimercaptoazobenzene. (b) 

Localized surface plasmon 

measurements of the SERS substrates. 

Different spots on the surface have 

varying plasmon resonance wavelengths, 

affecting the SERS enhancement factor 

and overall electric field enhancement. 
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wavelength, any changes in the LSPR frequency, line width, or amplitude may affect the 

observed enhancement factor. The 785 nm excitation wavelength is indicated in Figure 

3.1b, along with scattering wavelengths for two key vibrational modes monitored during 

the photoreaction. By collecting numerous, discrete acquisitions at different spatial 

positions across the AuFON substrates, we sample a range of ensemble-averaged SERS 

EFs that are used to drive the 4-NBT photoreaction. Here, we used a range of EFs from 

5.11 × 106 to 3.35 × 107. 

Figure 3.2 displays the time-

resolved Raman spectra of the 

plasmon-driven 4-NBT 

photoreaction. At the start of the 

measurement, the observed Raman 

peaks can all be assigned to the 4-

NBT reactant. In particular, we 

focus on the 1338 cm-1 mode, 

highlighted in red, which is assigned 

to the NO2 symmetric stretching 

vibration of 4-NBT.205-206 During 

irradiation, we observe the 

formation of new product peaks at 

1140, 1388, and 1434 cmï1, 

highlighted in green. These features 

 

Figure 3.2 Time-resolved SERS 

measurements during the plasmon-driven 

conversion of 4-nitrobenezenethiol to 4,4ô-

dimercaptoazobenzene. The reactant peak at 

1338 cm-1 decays and the product peak at 1434 

cm-1 grows in during the SERS measurement. 
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represent the rapid formation of DMAB, which is clearly visible in these traces after 

irradiation for 1 s. No intermediates are observed in our spectra. As the reaction proceeds, 

the intensity of the DMAB peaks increases, while the intensity of the 4-NBT peaks 

decreases. We chose to use the 1434 cm-1 peak as being representative of product growth 

kinetics, as this peak has previously been assigned to the symmetric azo bond stretch found 

in DMAB.207 

Because of small changes in the field enhancement across our substrates, we are 

able to probe the ensemble-averaged dynamics and yield of the 4-NBT to DMAB 

dimerization reaction as a function of the SERS EF. We used the SERS EF to estimate the 

plasmonic field enhancement, using the assumption that the ensemble-averaged SERS 

enhancement factor scales as the electric field to the fourth power.2, 198 By initiating and 

monitoring the reaction at various sample positions, and using the overall SERS magnitude 

to estimate the field enhancement, we can determine the effect of field enhancement on the 

photoreaction. We probed the photoreaction at 29 different locations across two separate 

AuFON substrates. 

Figure 3.3 shows the overall change in peak amplitudes during the decay and 

growth processes as a function of the sampled SERS EF. The change in peak amplitude 

was assigned as positive for any growth processes and negative for any decreases in peak 

amplitude. The slopes of the product growth and reactant decay are (3.5 ± 0.7) × 10ï5 and 

(ī3.6 Ñ 0.5) × 10ï4, respectively. The R2 values of the growth and decay processes are 0.48 
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and 0.63, respectively. Figure 3.3 

proves that the changes in both the 

reactant and product peak 

amplitudes are correlated to the 

localized SERS EF, as expected. 

As the molecules are bound to the 

gold surface, as the localized 

SERS EF of the sampled region 

increases, the magnitude of the 

resulting Raman signal of both 

product and reactant should also 

increase. 

Interestingly, the slopes for the reactant and product amplitudes as a function of 

field enhancement are different. The slope for the reactant loss is nearly an order of 

magnitude larger than that of product formation. This trend arises from both the reaction 

stoichiometry and the difference in Raman cross sections for the monitored modes of 

product and reactant. For the formation of a DMAB molecule to occur, the reduction of 

two adjacent 4-NBT molecules is required. However, the overall change in amplitude for 

each vibrational mode is heavily dependent on its Raman cross section. The loss or gain of 

vibrational amplitude will be more dramatic for larger Raman cross sections, which 

 

 

Figure 3.3 Total change in the reactant (red) and 

product (green) peak amplitudes as a function of 

the SERS enhancement factor. The y-axes for 

reactant and product are different in order to 

clearly highlight the correlation to the SERS 

enhancement factor.  
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explains the large difference between the slopes in Figure 3.3. Off-resonance Raman 

measurements of the Raman cross 

sections for 4-NBT and DMAB and 

their derivatives are not available to 

provide quantitative support for this 

argument, but our work implies that 

the NO2 symmetric stretch has a 

Raman cross section larger than that 

of the azobenzene NƏN stretch. 

To provide insight into the 

difference in product growth and 

reactant loss in this plasmon-driven 

reaction, we considered the reaction 

yield and conversion efficiency of 

this reaction. In Figure 3.4a, we show 

the reaction yield for the system, 

defined as the ratio of the final Raman 

amplitude of the product to the final 

amplitude of the reactant. This is 

effectively a determination of the 

percentage of molecules that reacted 

out of the number of 4-NBT 

 

Figure 3.4 (a) The final reaction yield, which 

is the ratio between the final amplitudes of the 

product and reactant amplitudes, of the 

photoreaction and the dependence on the 

SERS enhancement factor. As the localized 

field enhancement increases, the reaction 

yield stays between 10 ï 40%. (b) 

Dependence between the conversion 

efficiency, defined as a ratio between the 

amplitude changes of the product and reactant 

amplitudes, on the SERS enhancement factor. 

As the field enhancement increases, the 

reactant peak (1338 cm-1) decays more 

significantly than the formation of the product 

peak (1434 cm-1). 
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molecules that remain on the surface at the end of the measurement. To accurately account 

for the change in DMAB product amplitude, we subtracted away any signal that was 

present before laser exposure, which was never greater than 20% of the total. These 

reaction yields are plotted as a function of the SERS enhancement factor and electric field 

enhancement. Interestingly, as the field enhancement increases, we do not see an increase 

in the reaction yield. The reaction yield seems to be independent of the localized SERS EF 

with values ranging between 10 and 40% for all sampled regions. In all sampled regions, 

unreacted 4-NBT molecules are clearly visible. 

The incomplete conversion of this reaction can likely be explained through steric 

hindrance. The 4-NBT molecules are immobilized on the gold surface and may experience 

a strong steric constraint during the photoreaction. For the reaction to occur, two adjacent 

4-NBT molecules must be bound to the surface such that the nitro groups are in close 

proximity. If not, the plasmonic field enhancement will not drive the reaction, thus 

decreasing the overall number of 4-NBT molecules that undergo the photoconversion. A 

10ï40% reaction yield signifies that a majority of the 4-NBT molecules in the hot spots 

are not undergoing photoconversion and remain bound to the gold surface. 

In contrast, the conversion efficiency as a function of SERS EF is not as 

straightforward. Here, we define the conversion efficiency as the ratio of the total growth 

of product divided by the total loss of reactant, in terms of their respective Raman peak 

amplitudes. Compared to the final reaction yield, the conversion efficiency focuses on how 

much depletion occurs in the reactant signal, rather than recording the final amplitude after 

the laser exposure is completed. As the localized SERS EF increases, the conversion 
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efficiency decreases (Figure 3.4b). The efficiency ranged between 20 and 100% for SERS 

EFs below 107 and is typically lower for larger electric field enhancements. 

It is reasonable to believe that as the localized electric field increases, the 4-NBT 

photoreaction should be more likely to occur and produce a higher yield and conversion 

ratio. It is believed that greater electric field enhancements should lead to increased levels 

of hot electron generation and transfer, a hotter thermal environment, and/or increased 

scattering, all of which are potential mechanisms for the 4-NBT plasmon-induced 

photoreaction. However, as shown in Figure 3.4b, after a certain minimal SERS EF (Ḑ107) 

is sampled, the conversion ratio rapidly decreases. To explain this trend, an in-depth 

analysis of the reaction kinetics is required. 

Because of the great enhancing capabilities of the AuFONs substrates, we were 

able to rapidly collect a large number of acquisitions during the initial phase of the 

photochemical reaction, which allowed us to closely follow the ensemble-averaged 

reaction kinetics. Three independent kinetic measurements, all conducted with different 

localized field enhancements, are displayed in Figure 3.5, with 26 additional 

measurements displayed in the Supporting Information. In all measured spots, we see a 

rapid growth of product features with a concurrent loss of Raman amplitude corresponding 

to reactant molecules. The observed kinetics vary widely in different regions of the 
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substrate. For example, in panels a and b of Figure 3.5, the growth of the product, colored 

green, rapidly increases within the 

first 10 s, while in Figure 3.5c, 

product formation is slower. There 

is also a clear loss of reactant 

signal during product formation 

for all three traces.  

Figure 3.5a and 5b 

highlight an interesting 

phenomenon during the 

photochemical process: the 

amplitude of both 4-NBT kinetic 

traces continues to decrease after 

the reaction takes place. This is 

particularly visible after Ḑ30 s, 

when the 4-NBT amplitude 

decreases rapidly but the DMAB 

amplitude is essentially 

unchanged. We attribute the loss 

of the SERS signal to an 

additional pathway in the 

plasmon-driven reaction. The loss 

 

Figure 3.5 Reaction kinetics of the 4-

nitrobenzenthiol to 4,4ô-dimercaptoazobenzene 

plasmon-induced photoreaction. (a) The 4-NBT 

reactant amplitude rapidly decreases with a 

concurrent growth of product amplitude. At 

longer times, the reactant peak experiences an 

additional decay, while the product amplitude 

remains constant. (b) Similar to a, but with a 

slight decrease in the product amplitude at longer 

times (c) In this more weakly enhancing 

environment, the reaction occurs more slowly. 
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is likely due to degradation or desorption of a portion of the 4-NBT molecules, particularly 

those that are located in the highly enhancing regions probed by SERS. Because of the high 

field magnitudes in these regions, the molecules can undergo degradative processes, such 

as dielectric breakdown or molecular desorption. In Figure 3.5b, we also observe a small 

decrease in the amplitude of the DMAB product signal, indicative of a similar degradation 

process. While the magnitude of the DMAB signal decreased for only Ḑ17% (5 of 29) of 

studies, the 4-NBT reactant signal photodegradation was present for a majority of the 

experiments. The rapid decrease in the magnitude of the 4-NBT signal does not occur in 

Figure 3.5c, which had a lower ensemble-averaged field enhancement. In this particular 

region, 4-NBT loss occurs at a much slower rate and closely matches the DMAB product 

formation kinetics. 

To investigate the effects of field enhancement on photoreaction and 

photodegradation rates, we fit kinetic traces for 29 different regions, all with different 

ensemble-averaged electric field enhancements. The DMAB product formation kinetics 

were fit to a single-exponential curve, as any degradation was typically quite small and did 

not affect the fit. The majority of the 4-NBT decay kinetics were fit to two exponential 

functions, representative of loss due to photoreaction and loss due to degradation. A small 

fraction of the 4-NBT kinetic traces were better fit to a single exponential, indicating either 

that one of the pathways was not present or that the rate constants for degradation and 

photoreaction were not well separated. These were not included in the analysis below 

because of ambiguity in the assignment. 
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Figure 3.6a shows the 

field dependence of the rate 

constants attributed to the 

photoreaction, as measured for 

both the reactant loss and product 

formation. The rate constants for 

reactant loss are consistently 

higher than those for product 

formation, although both show no 

clear correlation with the SERS 

enhancement factor. Therefore, 

the rate-limiting step for the 4-

NBT to DMAB photoconversion 

is not dependent on the plasmonic 

field enhancement. The 

photoreaction rate is likely 

determined by a limited 

concentration of nearby protons, 

which are required for the initial 

reduction of the 4-NBT species. 

To reduce the nitro groups on 4-NBT, several studies have shown that the system requires 

protonation to generate the reaction intermediates.108, 208-210 These protons likely come 

 

Figure 3.6 Rate constants for plasmon-induced 

processes. (a) Comparison of photoreaction rate 

constants for the loss of the 4-NBT reactant (red) 

and formation of DMAB product (green). (b) 

Comparison of photoreaction rate for 4-NBT 

(red) and photodegradation rate of 4-NBT (blue). 

All observed ensemble-averaged rates are 

independent of field enhancement for the range 

of enhancement factors probed. 
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from the hydration layer on the surface of the gold,211 and their availability limits the rate 

of the photoreaction. This implies that generation of protons is not driven by plasmon 

excitation. 

 The hydration layer also is responsible for the differences in photoreaction rate 

constants for the reactant and product. As this is a 2A Ÿ B reaction, we would expect that 

the reactant rate constant would be twice the value of the product rate constant. While the 

reactant rate constant is consistently larger than that of the product, a quantitative 2:1 

relationship does not hold. Fitting the kinetics with constrained exponentials based on this 

relationship resulted in a number of poor fits. Given the high molecular concentration used 

in these studies, we likely have formed a near monolayer of 4-NBT molecules on the 

surface, with additional free 4-NBT molecules in the hydration layer above the gold 

surface. It is possible that a free 4-NBT molecule would react with a surface-bound 4-NBT 

molecule to form DMAB. As the SERS intensity decays exponentially away from the metal 

surface, any contributions to our SERS signal from free 4-NBT molecules in the hydration 

layer will be negligible. In this scenario, the observed photoreaction rate constants for the 

product and reactant would be the same, barring any observable intermediates. Given the 

heterogeneity of the sampled regions, the observed values for the ensemble-averaged rate 

constants indicate that the dimerization occurs through both surface-bound and free 4-NBT 

molecules. 

In Figure 3.6b, we consider the field-dependent rate constants for degradation and 

photoreaction for the 4-NBT reactant. Rate constants were assigned to photoreaction when 

they were within a factor of 5 of the product formation rate constants. Again, there is no 
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observable correlation with field enhancement for the range of SERS enhancement factors 

probed. Additionally, for all but two of the probed regions, the photoreaction rate constant 

was approximately an order of magnitude larger than the degradation rate constant. This 

implies that reaction is typically much faster than degradation, and that prolonged 

irradiation leads to photodamage. Thus, a careful consideration of the rate constants of 

desired plasmon-driven photochemical pathways is critical in evaluating the overall yield 

and efficiency of a given pathway. 

3.5 Conclusions 

In this work, we have investigated the electric field dependence on the plasmon-

driven photoconversion of 4-nitrobenzenethiol (4-NBT) to 4,4ǋ-dimercaptoazobenzene 

(DMAB). We used plasmonic substrates with a range of ensemble-averaged enhancement 

factors to determine how the catalytic reaction rate and yield depend on field enhancement. 

Surprisingly, we found that over the range of electric field enhancements probed, there was 

no relationship between the reaction rate and the localized field enhancement. Instead, the 

rate-limiting step in the 4-NBT reduction is not limited by plasmonic processes, but likely 

the accessibility to protons to create the necessary intermediates. Additionally, we 

identified a photodegradation pathway that may compete with the 4-NBT to DMAB 

plasmon-induced photochemical reaction. We see a decrease in the 4-NBT SERS 

amplitude indicating photodegradation with rate constants typically on the order of 10-2 ï

10-3 s-1. Fortunately, for a majority of sampled regions, this degradation typically occurs 

after the reaction has been driven to completion. 
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These results identify several factors critical when fabricating plasmonic catalysts 

designed for high yield and selectivity. Consideration of rate constants of competing 

processes is important, as degradation effects are generally more significant in regions of 

high field enhancement. For the particular reaction studied here, the photoreaction is 

typically faster than degradation, but in nearly all regions, loss of reactant due to 

degradation occurred. Additionally, the role of proton availability in the hydration layer is 

a key factor in the rapid photoreactivity. Thus, an ideal plasmon-driven reaction will 

optimize the orientation of all reactants in or near the plasmonic hot spot so that the 

photoreaction can occur before photodegradation. A careful consideration of the relevant 

rates of various photoinduced processes may be helpful when optimizing plasmon-driven 

processes for a number of different chemical reactions. 
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4.1 Overview 

 Plasmonic materials interact strongly with light to focus and enhance 

electromagnetic radiation down to nanoscale volumes. Due to this localized confinement, 

materials that support localized surface plasmon resonances are capable of driving 

energetically unfavorable chemical reactions. In certain cases, the plasmonic 

nanostructures are able to preferentially catalyze the formation of specific photoproducts, 

which offers an opportunity for the development of solar-driven chemical synthesis. Here, 

we present the first report of using plasmonic environments to induce an intramolecular 

methyl migration reaction, forming 4-methylpyridine from N-methylpyridinium. Using 

both experimental and computation methods, we were able to confirm the identity of the 

N-methylpyridinium by making spectral comparisons against possible photoproducts. This 

reaction involves breaking a C-N bond and forming a new C-C bond, highlighting the 

ability of plasmonic materials to drive complex and selective reactions. This work provides 

a new class of reactions accessible by surface plasmon excitation, and further adds to the 

growing library of accessible plasmon-mediated chemical reactions. 

4.2 Introduction  

Plasmonic materials are proving to be a promising platform for initiating and 

carrying out a wide-range of unique catalytic reactions.9, 212-214 The optical excitation of a 

surface plasmon, which is the collective oscillation of the materialôs free electron charge 

density, gives rise to the generation of dramatically-enhanced electromagnetic fields on the 

nanostructureôs surface.44 Surface plasmons interact with incident radiation and are able to 
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take that energy and partition it into multiple decay pathways.38, 45 These pathways, in 

addition to the generation of the highly-enhanced local fields, include the non-radiative 

conversion of energy to an abundance of harvestable hot carriers and elevated thermal 

environments.3, 72, 215 When molecular species are introduced to the surface, all of the 

possible decay pathways may interact with the analyte and initiate a chemical 

transformation. In fact, researchers have been successful in achieving significant light-

activated plasmonic reactions, such as hydrogen dissociation,35 water splitting,11, 34, 216 

carbon dioxide reduction,31, 192 and the generation27 and decomposition15 of ammonia. 

These examples highlight the potential for integrating plasmonic materials into industrial-

significant catalytic processes. However, these reactions are generally limited to achieving 

modest chemical reactions, such as chemical bond-breaking or performing single-step 

reactions.   

One of the more exciting aspects of using plasmonic materials as light-activated 

catalysts is their ability to achieve a high-level of chemical selectivity. One excellent 

example of noteworthy chemical selectivity is the hydrogenation of acetylene using 

plasmonic antenna-reactor complexes.14 In this study, Swearer et al. were able to obtain a 

maximum ethylene:ethane product ratio of ~35 with high laser densities. When compared 

to a traditional thermal heating production mechanism, which peaked a maximum 

selectivity of ~10, it is clear that plasmonic materials can provide the unique conditions to 

more effectively initiate certain selective chemical reactions, possibly through the role of 

hot carriers in the catalytic reaction.  
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Ultimately, a key goal in the advancement of light-activated plasmonic catalysts is 

developing practical applications of carrying out selective synthetic or redox reactions. 

Having direct control over the light-driven formation of a highly-selective final product, 

and bypassing unnecessary experimental steps, would be beneficial for portable energy 

conversion applications. As an example, alkyl migrations reactions serve as a common 

chemical process used to obtain the desired products in numerous selective synthesis 

procedures.217-220 Currently, there have been no reports of using plasmonic materials to 

initiate and carry out an alkyl migration. In this study, we examine a selective 

intramolecular methyl migration that is activated by introducing an organic heterocyclic 

amine to strongly amplified plasmonic environments. The heterocyclic amine of interest 

contains a cationic pyridinium species, which has been demonstrated to play a key role in 

catalyzing CO2 reduction in electrocatalysis.221-223 Studying carrier transfer rates and 

lifetimes on reactive surface may prove to be relevant for better understanding its role in 

similar chemical reactions. Here, we use both spectroscopy and theory to identify the 

photoproduct structure, and to track kinetics following plasmon-excitation. 

Surface-enhanced Raman spectroscopy (SERS) is a valuable spectroscopic 

technique that is inherently sensitive to the intense local electric fields produced by 

plasmonic materials.66, 90 SERS provides an amplified Raman spectrum of analytes that are 

chemi- or physisorbed within the electric fields on the surface of the substrate. When 

exposed to an excitation source, the incident far-field electromagnetic radiation is tightly 

focused down to a nanoscale-level confinement in the near-field. These regions of 

amplified local fields are commonly referred to as hot spots. Hot spots typically form at 
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the juncture between two nanoscale structures or at the crest of sharp, discrete features. In 

fact, it has been reported that metal film-over-nanospheres (FON), the substrates used 

during this study, can generate individual hot spots with enhancement factors, which is a 

quantitative description of the substrates ability to amplify the Raman scattering from its 

adsorbed analytes, reaching values >1010.92, 224 With its signal originating from the most 

intense hot spots,92 SERS is an exceptional technique to induce a plasmon-mediated 

chemical reaction in the most enhanced environments on the plasmonic substrate.  

Multiple studies have utilized the amplified SER spectra to identify the formation 

of new chemical species and better understand the mechanism fueling the plasmon-driven 

process. A majority of these reactions have been focused on a bimolecular dimerization of 

4-nitrobenzenethiol or 4-aminobenzenethiol to 4,4ôdimercaptoazobenzene.20, 103-104, 106, 108, 

118 In addition to this dimerization reaction, other studies have identified plasmon-driven 

cleavage reactions, such the N-demethylation of methylene blue225 and the decarboxylation 

of 4-mercaptobenzoic acid.226 Ultimately, the reports have been limited to the chemistry 

occurring at a single functional group or atom on the targeted molecule, and have primarily 

tracked bond-breaking processes.  

Here, we follow the chemically-selective plasmon-mediated methyl migration on 

N-methylpyridinium (NMP) using AuFON substrates. By monitoring this reaction with 

SERS, we are able to identify and track the subsequent growth of the product species as it 

was generated on the surface. To determine the chemical identity of the plasmon-generated 

photoproduct, we collect the SER spectra of possible product species and compared their 

vibrational modes to the NMP photoproduct. We observe that the plasmon excitation is the 
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rate-limiting step behind the production of 4-methylpyridine. Furthermore, we used the 

dressed-polarizability model of SERS to confirm our assignment of 4-methylpyridine.183, 

227-228 This work highlights the growing potential of using plasmonic materials to access 

and carry out selective chemical transformations and serves as an exciting addition to the 

ever-growing library of plasmonically-powered chemical reactions. 

4.3 Methods 

4.3.1 AuFON Substrate Fabrication 

 We oxygen plasma etched glass coverslips (Fisherbrand, 18 mm diameter, 0.13-

0.17 mm thick) to treat the silica surface for nanosphere deposition. We rinsed the glass 

coverslips thoroughly with deionized water both before and after the plasma etching. We 

used a diluted solution of 600 nm diameter silica microspheres (NanoCym, 10% by 

volume) in Millipore ultrapure H2O (18 Mɋ). We drop-casted and manually dispersed 3 

ɛL of the silica solution across the surface of the glass coverslip. The silica microsphere 

solution evaporated at ambient conditions and the spheres formed into a close-packed 

monolayer. Following the application of the silica microspheres, we deposited 200 nm of 

gold on the silica-coated substrates (16 rpm) using a thermal evaporation system (Denton 

Vacuum, DV-502). An image of the AuFON substrates is shown in Figure 4.1. We 

prepared a 350 ɛM solution of N-methylpyridinium iodide (Sigma Aldrich) in methanol 

and deposited 10 ɛL of the resulting solution on the AuFON for our SERS measurements. 
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We measured the localized surface plasmon resonance (LSPR) extinction spectrum 

with a UV-2600/2700 equipped with an integrating sphere attachment (Shimadzu). The 

data acquisition time for each collection was 4 milliseconds. 

4.3.2 Raman Spectroscopy  

We collected the Raman spectra by using a 785 nm Innovative Photonic Solutions 

diode laser. We directed the laser beam through a 30/70 beam splitter (CVI Laser) and 

focused to a 15.9 ɛm2 spot size onto the substrate with an objective (Olympus Ach 

10x/0.25). We performed the collection in a 180° backscatter geometry and redirected the 

scattered radiation through the beam splitter and towards the detection system, consisting 

of a spectrograph (Acton SpectraPro 2500i) with a CCD detector (Princeton Instruments, 

PIXIS 100BX). Our spectral acquisition times ranged from 60 ms ï 1 sec, depending on 

the power used during the experiment. The intensities we reported throughout this 

manuscript were normalized with respect to the acquisition time and excitation power to 

provide a consistent and quantitative comparison between measurements. 

4.3.3 Theoretical Calculations  

We obtained all of the calculations presented in this paper with version 2018 of the 

Amsterdam Density Function (ADF) suite,229-230 using the Becke-Perdew (BP86) 

exchange-correlation potential231-232 and a triple-zeta Slater type basis set with two 

polarization functions (TZ2P) from the ADF basis set library. We calculated the normal 

modes analytically within the harmonic approximation and scaled the BP86 frequencies by 

a factor of 1.017 to account for anharmonic effects. We used the dressed-polarizability 
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model183, 227-228 to simulate all SERS spectra using both electric fields and field gradients. 

We obtained the local electric fields and field gradients from a model sphere to mimic 

surface roughness features ~3 nm. 

4.4 Results and Discussion 

To provide a spectroscopic 

description of the ensemble-

averaged local field enhancement, 

we characterized the gold film-over-

nanosphere (AuFON) substrates 

with UV-Vis-NIR spectroscopy 

(Figure 4.1). The collected 

extinction spectrum is the sum of 

the overall absorption and scattering 

events that the incident photons 

experience when interacting with 

the plasmonic substrate. Due to the 

substrate being a highly reflective 

material, we performed and 

reported the extinction spectra in 

terms of percent reflectance. The 

depletion in the reflectance spectrum, starting at ~740 nm and lasting beyond 1000 nm, 

corresponds to the presence of a broad localized surface plasmon resonance (LSPR). We 

 

Figure 4.1 Ensemble-averaged far-field 

extinction spectrum of AuFON substrates. The 

presence of a localized surface plasmon resonance 

(LSPR) is depicted as a depletion in the measured 

percent reflectance. We performed these 

experiments with a 785 nm excitation source 

(dotted red line) and collected the observed 

Raman scattered photons collected between 830ï 

905 nm (highlighted red region). A photograph of 

the AuFON substrates is shown as an inset in the 

plot. 
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configured our Raman detection system to collect Raman scattered photons between ~830 

to ~905 nm when using a 785 nm excitation source. This spectral window allowed us to 

report Raman-active vibrational modes with frequencies between 700 ï 1700 cm-1. For 

optimal signal enhancement in ensemble-averaged studies such as this, it is ideal to design 

the SERS substrates to host an LSPR with a ɚmax positioned between the excitation 

wavelength and resulting Raman scattered photonsô wavelengths.63 Figure 4.1 highlights 

the spectral region of the LSPR that is responsible for coupling and amplifying the Raman 

scattered photons.  

In this study, we deposited N-methylpyridinium (NMP) iodide in methanol onto 

the surface of the AuFON substrates. Once the methanol evaporated, we exposed the 

substrate to 785 nm laser light and collected the resulting SERS signal with short exposures 

as a function of time. Previous SERS experiments have confirmed the stability of the 

cationic NMP on metal substrates.233 Figure 4.2 displays the evolution of the plasmon-

mediated formation of NMP to 4-methylpyridine. The initial SER spectra contain Raman 

vibrational signatures that correspond to NMP molecules chemisorbed to a gold surface. 

However, in less than a second, we identified the formation and subsequent growth of a 

previously unreported photoproduct in the SER spectra. We see the formation of new 

product peaks at 797, 1010, 1077, 1210, 1377, and 1620 cm-1, all highlighted with red bars. 

We did not observe any intermediate species in the collected spectra. Over time, the 

transformation of NMP reaches a point of saturation and we observe no further changes in 

the spectra. 
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In addition to generating 

unique photophysical effects, such 

as hot electron and hole generation, 

plasmonic environments may 

provide the necessary environment 

to help promote unfavorable 

chemical alterations or 

transformations in certain molecular 

analytes. In this experimental 

design, the strongly-enhanced local 

electric fields, coupled with the 

presence of harvestable highly-

energetic electrons and increased 

thermal environments, provided 

sufficient energy to the NMP 

molecules to undergo this plasmon-mediated chemical transformation. This is the first 

report that successfully identifies any type of plasmonically-powered transformation of 

NMP into a new chemical species. We hypothesize that the unique and dramatically 

enhanced local fields generated by the AuFON substrates provided the essential conditions 

to access the alternative reaction pathway. 

Unfortunately, we are unable to comment on the overall efficiencies or yields of 

this particular chemical reaction. In order to induce the growth of the new vibrational 

 

Figure 4.2 Evolution of time-dependent SERS 

measurements during the plasmon-mediated 

chemical conversion of N-methylpyridinium on 

an AuFON substrate. We identified the production 

of seven unique vibrational modes (797, 1010, 

1077, 1210, 1377, and 1620 cm-1) that correspond 

to the plasmon-generated product.  
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modes, the substrate had to be displaced from the laserôs focal position. When we 

positioned the AuFON within the incident lightôs focal point, we only observed Raman 

peaks that corresponded to NMP. However, when we discretely translated the substrate 

away from the laserôs focal point, the photoproductôs peaks would begin to grow in on the 

spectrum. This experimental limitation restricted us from accurately measuring any 

changes in the observed NMP molecules, as our collections did not accurately depict the 

original number of NMP molecules positioned in the probed area.  

In order to understand more about this chemical transformation, we investigated 

the reactionôs dependence on the applied flux of the 785 nm excitation. We studied the 

plasmon-mediated reaction with fluxes of 5,000, 12,500, and 31,500 W/cm2. A description 

of our procedure to measure the laser spot size and subsequent flux calculations can be 

found in Appendix B. Lowering the flux resulted in a reduced signal-to-noise ratio, which 

was accounted for by increasing the acquisition time for each collected frame. The 

acquisition times for the 5,000, 12,500, and 31,500 W/cm2 experiments were 1.0, 0.11, and 

0.06 sec, respectively. However, the reduced temporal resolution did not significantly 

affect the results for the low-flux experiments. We included a zero-point value to the flux-

dependent plots due to our observations that the chemical process does not initiate unless 

the substrate is exposed to resonant excitation.  
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The error bars in Figure 4.3 

represent the averaged standard 

deviation of the five trials we 

performed for each data point. We 

randomly selected the regions for 

each trial on a singular AuFON 

substrate to ensure we were operating 

a consistent position relative to the 

laserôs focal point. However, we were 

able to observe the formation of a new 

photoproduct on multiple AuFON 

substrates that were fabricated using 

the directions provided in the 

Methods. The large error bars for the 

data points performed with an applied 

flux of 32,000 W/cm2 are likely due to 

the increased photodamage that may 

occur when the SERS substrates are 

introduced to high laser fluxes. For 

example, the two trials with the most 

intense SER signals resulted in having 

the slowest rates in the 32,000 W/cm2 

 

Figure 4.3 Flux-dependent product production 

and reaction rates. (a) Non-linear relationship 

between the flux introduced to the SERS 

substrate and the final product signal intensity. 

We fit this trend to a power function with the 

following coefficients: y-intercept, amplitude, 

and power of 80 (±360), -1.6x10-5 (±3.1x10-5), 

and 2.03 (±0.19), respectively. (b) Relationship 

between the reactionôs rate and the applied flux. 

This linear fitôs slope, y-intercept, and R2 are 

8.38 x 10-6 (±0.98 x 10-6), -8.22 x 10-3 (±1.69 x 

10-2), and 0.973, respectively.  
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studies. As the applied flux is increased, the local fields are further amplified and the 

likelihood of inducing competing destructive mechanisms on the gold surface significantly 

increases.20 The intense electromagnetic fields are capable of physically changing the 

identity of the analyte and, at times, provide sufficient energy to induce dielectric 

breakdown for certain molecules.234 In addition to the chemical responses, the gold lattice 

may experience atomic-level alterations when subjected to an intense laser source, which 

would dramatically modify the structural integrity of the SERS substrate and induce 

significant changes to the inhomogeneous electric fields located near the surface.199 

Therefore, the addition of these competing degradation pathways, both at the molecule and 

substrate level, will likely lead to a wider distribution of reaction rates and product 

generation. 

 We experimentally observed positive correlations between the productôs intensity 

(normalized with respect to acquisition time) and reactionôs rate against the applied flux 

onto the sample. The first correlation relates to the overall increase in the productôs 

intensity as the flux is increased (Figure 4.3a). Here, we monitored the growth of the 

product speciesô 1077 cm-1 vibrational mode and fit the resulting kinetic trace to an 

exponential function. By increasing the flux directly applied to the substrate, we noted that 

the product intensities were able to reach a larger final amplitude as the reaction approached 

completion, which was an unexpected observation. Typically, we would expect the SER 

signal to have a linear relationship with the flux. However, after fitting the data to a power 

function, we observed a x2.03 (±0.19) dependence between the intensity and flux. While we 

are unable to determine the exact cause of this observation, we postulate that this 
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phenomenon is linked to the following two physical explanations. First, a larger flux 

increases the effective surface area that is exposed to the incident laser light. This would 

ultimately result in more hot spots on the surface being photoactivated and provide more 

molecules to undergo the reaction. Secondly, the elevated flux would result in an increased 

number of hot carriers generated in the plasmonic material. It is possible that the NMP 

plasmon-mediated reaction requires multiple hot carriers, which would explain the flux-

dependent growth in the product species.  

We were also able to extract the power-dependent reaction rate constant from the 

exponential fit applied to the 1077 cm-1 peakôs kinetic traces. Similar to the product 

formation magnitudes, we observed positive flux-dependent correlation in reactionôs rate 

(Figure 4.3b). This flux-dependent trend suggests that we are operating in a regime where 

the plasmon excitation is the rate-limiting step of the process. By increasing the number of 

accessible resonant photons, we are able to effectively accelerate the speed for which the 

reaction proceeds. Also, it is possible that the increased flux is allowing for more molecules 

within the same region to react and convert into the photoproduct, which would alter the 

observed reaction rate. While this result is instrumental in identifying plasmon excitation 

as the rate-limiting step of this specific process, we are unable to determine a step-by-step 

mechanistic description of the reaction. 

 With the reactionôs production and rate evaluated, we performed experimental and 

theoretical studies to determine the identity of this selective plasmon-mediated reaction. 

To do so, we extracted a SER spectrum corresponding to the plasmon-mediated 

photoproduct after the reaction reached completion. This was done by subtracting away the 
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initial NMP SER spectrum from the final frames of the exposure. With this product-only 

SER spectrum, we are able to spectrally compare the photoproduct against the SER spectra 

of known chemical species. We studied three possible photoproducts that may be generated 

during the plasmon-mediated reaction: pyridine, 2-methlypyridine, and 4-methylpyridine. 

Previous work has successfully demonstrated a plasmon-driven N-dealkylation on amine 

containing species,225 which would result in the formation of pyridine in our NMP studies. 

Additionally, there is precedent in the literature for NMP to serve as an oxidizing agent 

and stabilize a radical in its ring235-236 and to lead to the generation of 2-methylpyrdidine 

and 4-methylpyrdiine under certain experimental conditions.237-238  

We collected the possible photoproductsô SER spectra on AuFON substrates and 

also calculated their corresponding SER spectra using the dressed-polarizability model183, 

227-228 that accounts for the inhomogeneous electric fields present on the SERS substrates. 

The dressed-polarizability model uses polarizability tensors calculated with quantum 

mechanics to describe the molecules and local field enhancement matrices calculated with 

classical electrodynamics. These calculations can therefore uniquely account for the 

selective enhancements of specific vibrational modes due to the interaction of the molecule 

with the (inhomogeneous) local fields from the plasmonic surface, critical for obtaining 

reasonable agreement with surface-enhanced vibrational spectra. The experimental SER 

spectra of these three molecules, their respective calculated SER spectra, and NMP 

photoproductôs spectrum can be seen in Figure 4.4.  
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The grey bars in Figure 4.4 

highlight the spectral regions where 

we expect to see overlap between the 

photoproductôs Raman vibrational 

modes and the modes of its true 

chemical identity. We observed that 

both of pyridineôs experimental and 

calculated SER spectra lack a number 

of the relevant vibrational modes and 

contains Raman vibrational modes 

that are significantly shifted outside of 

the targeted spectral windows. 

Specifically, pyridine is lacking the 

797 (C-CH3 stretching + i.p. ring 

deformation), 1077 (ring C-H 

bending), 1210 (ring C-H bending + 

C-CH3 stretching), 1377 (CH3 

umbrella motion), and 1620 (ring 

stretching) cm-1 modes.239 2-

methylpyridineôs SER spectra had a 

stronger resemblance to the photoproductôs spectrum than pyridine but contained 

additional peaks in the 1200-1500 cm-1 region that are not present in the productôs spectrum 

 

Figure 4.4 Identification of the plasmon-

mediated photoproduct. Experimental (dark) 

and calculated (light) SER spectra of pyridine 

(green), 2-methylpyridine (blue), and 4-

methylpyridine (red) compared against the 

NMP plasmon-mediated photoproduct (black). 

The grey bars highlight the regions where we 

expect to see spectral overlap between the NMP 

product and its true chemical identity. 



100 
 

and lacked strong overlap with the 1010 (i.p. ring deformation) and 1210 cm-1 modes found 

in the NMP photoproduct. With these observations, we concluded that both pyridine and 

2-methylpyridine were not the chemical species being produced in this plasmon-mediated 

process due to the lack of agreement between their respective spectra. 

However, when we compared 4-methylpyridineôs experimental and calculated SER 

spectra to the photoproductôs spectrum, we found that the spectra belonging to the two 

molecular species were in strong agreement. Both of 4-methylpyridineôs spectra contain 

all of the relevant vibrational modes that are present in the photoproductôs spectrum. Both 

of the spectra contain and have a strong overlap at the 797, 1010, 1077, 1210, 1377, and 

1620 cm-1 peaks. We recognize that there are discrepancies in the relative amplitudes of 

the peaks within the spectra, such as the 1077 and 1210 cm-1 modes, but these variations 

may be due to the differences in binding configurations of a drop-casted solution of 4-

methylpyridine and the plasmon-mediated photoproduct. Unfortunately, accurately 

predicting the orientation and binding configuration of the photogenerated 4-

methylpyridine molecules is a non-trivial challenge.  

 

Figure 4.5 Proposed mechanism for plasmon-mediated methyl shift of N-

methylpyridine to 4-methylpyridine. The substrate is photoexcited by a resonant 785 nm 

laser source and subsequently transfers a hot electron to the chemisorbed NMP species. 

This gives rise to a transient pyridinyl radical species. The N-substituted methyl group 

then shifts to the radical and stabilizes as 4-methylpyridine.  
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Figure 4.5 shows our proposed mechanism behind the plasmon-mediated reaction 

of NMP to 4-methylpyridine. During the exposure, we observed the production and 

stabilization of Raman features corresponding to 4-methylpyridine. We believe that once 

the AuFON substrate is exposed to a resonant laser source, the surface plasmon is excited 

and partitions its energy into the generation of hot electrons and holes. These hot electrons 

are harvestable, and the local field conditions help promote the transfer of an electron to 

the NMP species. Previous reports have investigated NMPôs ability to serve as an electron 

accepting material.236 To the best of our knowledge, there are no reports of NMP or other 

comparable pyridinium molecules acting as electron donating species, which suggest that 

the prevailing mechanism fueling this reaction is an electron transfer event. This electron 

transfer is a transient process and leads to the formation of a short-lived pyridinyl radical 

species on the substrateôs surface. The transfer of a hot electron to an adsorbed analyte 

occurs in a femto-to-picosecond timescale and we are not able to directly observe this event 

in our SER spectra.145 

After the pyridinyl species is formed, we hypothesize that the N-bound methyl 

group is to preferentially migrate to the C4 on the heterocyclic amine, producing 4-

methylpyridine as the final product. We do not observe the formation of any 2-

methylpyridine byproducts in these experiments. We postulate that this is due to a steric 

hindrance provided by the 2-methyl group on the ring. The NMP molecules are positioned 

in a tight-packed layer on the surface and would experience an unfavorable steric hindrance 

if the methyl group were to transfer to the C2 position. In contrast, mediating a direct methyl 

migration to the C4 on the heterocyclic ring would not invoke any steric effects on the 
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molecule, resulting in a more favorable product in the reaction. To further support our 

hypothesis, a previous study determined that when introduced in a competitive manner, 4-

methylpyridine will adsorb more favorably to metal surfaces than 2-methylpyridine.240 The 

authors found that there was a distinct and clear steric effect in play for the adsorption of 

2-methylpyrdine on the metal surface, whereas 4-methylpyridine did not express any 

similar effects. To that end, our findings, in addition to the precedent found in literature,237-

238 support our educated hypothesis that NMP is undergoing an intramolecular methyl 

migration to form 4-methylpyridine.  

4.5 Conclusions 

 Our observation of the intramolecular methyl migration on NMP highlights a new 

example of enabling selective chemistry in plasmonic environments. In this work, we used 

AuFON substrates to simultaneously induce and record the plasmon-mediated 

transformation of NMP an unreported photoproduct. The plasmon-mediated reaction 

demonstrated a clear positive correlation between the applied flux and the reactionôs 

overall production and rate. We were able to successfully assign 4-methylpyridine as the 

NMP photoproductôs true chemical identity by collecting experimental and theoretical 

spectra of possible photoproducts. This work highlights the growing potential of 

implementing plasmonic platforms to preferentially drive selective chemistries, as well as 

adding another addition to the repository of accessible plasmon-mediated chemical 

reactions.  
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Plasmon-Driven C-N Bond Cleavage Across a Series of Viologen Derivatives 

 

 

 

 

 

 

 

 

 

 

 

 

 

Reprinted with permission from manuscript by James L. Brooks, Dhabih V. Chulhai, 

Jason D. Goodpaster, and Renee R. Frontiera. To be published.   



105 
 

5.1 Overview  

The optical excitation of surface plasmons leads to the generation of highly-

enhanced nanoscale local fields and an abundance of harvestable hot carriers. When certain 

analytes are positioned within these unique environments, surface plasmons may be able 

to induce chemical reactions that are energetically unfavorable under standard conditions. 

Sometimes the plasmonic environments can initiate entirely new reaction pathways for the 

chemical adsorbates. Here, we investigate the nature of plasmon-driven reactions on three 

viologen derivatives: methyl viologen, ethyl viologen, and benzyl viologen. Viologens 

have traditionally been employed as excellent redox agents due to their ability to reversibly 

stabilize additional electrons in their molecular structures. However, by using surface-

enhanced Raman spectroscopy, we were able to directly observe a C-N bond cleavage on 

benzyl and ethyl viologen to form 4,4ô-bipyridine on the surface of gold film-over-

nanosphere substrates. Surprisingly, methyl viologen does not undergo a similar process. 

We posit that this differing reactivity may be due to changes in adsorption geometry or in 

reduction potential. Using both spectroscopic and theoretical methods, we were able to 

confirm 4,4ô-bipyridine as the plasmon-mediated photoproduct. This work highlights the 

novelty of using plasmonic environments to access new chemical reactions and adds to the 

expanding library of plasmon-mediated chemical reactions. 

5.2 Introduction 

Nanostructured plasmonic materials host enhanced optical properties that allow for 

the confinement and amplification of an incident electromagnetic wave in the near field.44, 
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66 This phenomenon is powered by the presence of a surface plasmon, which is the 

collective oscillation of the materialôs conduction electrons. In addition to the local light 

amplification, the excitation and subsequent decay of a surface plasmon may lead to the 

generation of highly-energetic electrons and holes, enhancement thermal environments, 

and the modification of a chemical adsorbateôs potential energy surface.9, 38 These unique 

forms of energy pathways may be harvested and directed toward initiating chemical 

reactions.39, 212-214 Recently, the field of plasmonics has been aggressively investigating the 

potential of using plasmonic materials as light-activated photocatalysts. Plasmonic 

materials have been successful in accessing catalytic reactions such as, but not limited to, 

H2 dissociation,35 acid dehydrogenation,36 CO2 reduction,47 acetylene hydrogenation,14 

NH3 generation27 and decomposition,15 and H2O splitting.10  

 Surface-enhanced Raman spectroscopy (SERS) is an excellent surface-specific 

spectroscopic technique that can be used to explore the interactions between adsorbed 

chemical species and plasmonic catalysts.17, 90, 241 The technique takes advantage of the 

plasmonic nano-confinement of an incident electromagnetic wave by amplifying the 

Raman signal from molecules positioned in the dramatically-enhanced local fields, which 

are also referred to as hot spots. In fact, the resulting SER scattering is approximately 

proportional to the local electric field to the fourth power, |E/E0|
4. It has been 

experimentally proven that a significant majority of the collected SERS intensity is 

produced by the molecules positioned in the most intense hot spots,92 which are also the 

most reactive regions of the substrate.21 Ultimately, SERS is highly effective in 

determining chemical structures and any subsequent changes in bonding in the most 
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powerful regions of enhancement on the substrate, making it an excellent tool to probe the 

mechanism of plasmon-driven reactions.  

 Previous reports have been successful in identifying the products of plasmon-

mediated chemical reactions with SERS. Most of these publications investigate the well-

studied dimerization reaction of 4-nitrobenzenethiol or 4-aminothiolphenol to 4,4ô-

dimercaptoazobenzene.20, 103, 107, 118 This reaction has been studied extensively with 

multiple plasmonic substrates to better understand the underlying plasmonically-powered 

mechanism. Other reports have been predominantly restricted to exploring plasmon-

mediated cleavages of certain atoms or functional groups on studied analytes. For example, 

there have been demonstrations of inducing a N-methyl cleavage on methylene blue.225, 242 

As an additional expansion into the library of SERS monitored plasmon-mediated 

reactions, here we report the first observation of a C-N bond cleavage on a series of 

viologen derivatives. 

Viologens have traditionally been employed as redox molecules to better 

understand the local electronic environments in numerous biological and materials 

systems.243-246 These derivatives have three distinct oxidation states: the dication, radical 

cation, and the fully reduced species. The dication state is the most energetically favorable 

state when in solution. The one electron redox potentials ([V2+/V+ǒ]) for methyl (MV), 

ethyl (EV), and benzyl viologen (BV) are -0.446, -0.449, and -0.359 V, respectively.243, 247 

In fact, there have been reports of using SERS to track the one and two electron reductions 

of MV on a gold plasmonic system.19, 248-249 However, contrary to previous reports, we 

observed that when these viologen derivatives are introduced to the dramatically-enhanced 
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local fields provided by gold film-over-nanosphere (AuFON) substrates, they are able to 

access an alternative reaction pathway to form a new chemical species.  

In this study, we discuss the direct observation of C-N bond cleavage on BV and 

EV chemisorbed to the surface of AuFON substrates. This plasmon-mediated reaction 

involves the double cleavage of the benzyl and ethyl groups on both molecular analytes. 

We were able to successfully induce the plasmon-driven process on AuFON substrates 

using a 785 nm excitation source and monitored the reaction using SERS. Additionally, we 

observed that the MV photoreaction undergoes an entirely different reaction pathway and 

does not produce 4,4ô-bipyrdine. With the collected spectra, we were able to quantitatively 

track the production of the plasmon-mediated photoproduct. To confirm our chemical 

assignment, we performed both experimental and computational SER studies of 4,4ô-

bipyridine on plasmonic substrates. Ultimately, this work emphasizes the novelty of using 

dramatically enhanced plasmonic fields and their ability to alter and/or access new reaction 

pathways for specific chemical adsorbates. 

5.3 Methods 

5.3.1 AuFON Substrate Fabrication  

We prepared the plasmonic AuFON substrates by following previously published 

procedures.201, 250 First, we oxygen plasma etched glass coverslips (Fisherbrand, 18 mm 

diameter, 0.13-0.17 thick) to treat the surface for nanosphere deposition. We rinsed the 

glass coverslips thoroughly with deionized water both before and after the plasma etching. 

We exchanged the solvent of 600 nm diameter silica microspheres (NanoCym, 10% by 
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volume) with Millipore ultrapure H2O (18 Mɋ). We drop-cast and manually dispersed 3 

ɛL of the silica solution across the surface of the glass coverslip. The water evaporated at 

ambient conditions, driving the spheres to pack into a monolayer. Following formation of 

a hexagonal lattice of silica microspheres, we deposited 200 nm of gold on the substrates 

using a thermal evaporation system (Denton Vacuum, DV-502). We set the instrument to 

rotate the substrates at 16 rpm during the deposition process. We prepared 350 ɛM 

solutions of benzyl viologen dichloride (Sigma Aldrich, 97% purity), ethyl viologen 

dibromide (Sigma Aldrich, 99% purity), and methyl viologen dichloride hydrate (Sigma 

Aldrich, 98% purity) in methanol and deposited 10 ɛL of solution on each AuFON for our 

SERS measurements. 

 We measured the localized surface plasmon resonance (LSPR) extinction spectrum 

with a UV-2600/2700 equipped with an integrating sphere attachment (Shimadzu). The 

data acquisition time for each collection was 4 milliseconds. 

5.3.2 Raman Spectroscopy 

We collected the Raman spectra by using a 785 nm Innovative Photonic Solutions 

diode laser. We directed the laser beam through a 30/70 beam splitter (CVI Laser) and 

focused to a 15.9 ɛm2 spot onto the substrate with an objective (Olympus Ach 10x/0.25). 

We performed the collection in a 180° backscatter geometry and redirected the scattered 

radiation through the beam splitter and towards the detection system, which consisted of a 

spectrograph (Acton SpectraPro 2500i) with a CCD detector (Princeton Instruments, PIXIS 

100BX). Our spectral acquisition times ranged from 66 ms ï 1 sec, depending on the 
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designated power used during the experiment. We normalized the Raman intensities with 

respect to the acquisition time and excitation power in order to provide a consistent and 

quantitative comparison.  

5.3.3 Theoretical Calculations  

We carried out all calculations using version 2018 of the Amsterdam Density 

Function (ADF) suite,229-230 the Becke-Perdew (BP86) exchange-correlation potential,231-

232 and a triple-zeta Slater type basis set with two polarization functions (TZ2P) from the 

ADF basis set library; these parameters closely reproduced the experimental vibrational 

frequencies for the small molecules.251 We calculated the normal modes analytically within 

the harmonic approximation and scaled the BP86 frequencies by a factor of 1.017 to 

account for anharmonic effects.252 We used the dressed-polarizability model183, 227-228, 231-

232, 253 to simulate all SERS spectra using both electric fields and field gradients. We 

obtained local electric fields and field gradients from a model sphere to mimic surface 

roughness features ~3 nm. Lastly, we calculated the Gibbs free energy changes (ȹG) at 

298.15 K, where the solution environment was accounted for by using the conductor-like 

screening model (COSMO).254-255 
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5.4 Results and Discussion 

We performed UV-Vis-NIR 

spectroscopy to provide a 

quantitative measurement of the 

substrateôs plasmonic properties. 

Figure 5.1 displays the percent 

reflectance spectrum from the 

AuFON SERS substrates that we 

used during these experiments. This 

spectroscopic measurement 

accounts for the incident photons 

that are both absorbed and scattered 

by the substrate, resulting in an 

overall decrease in reflectivity due 

to the localized surface plasmon 

resonance (LSPR). Therefore, the broad negative feature starting at ~750 nm and extending 

beyond 1000 nm corresponds to the substrateôs LSPR. For SERS measurements, a good 

estimate is that the optimal signal enhancement occurs when the plasmon is centralized 

between the excitation wavelength and the scattered photonsô wavelengths.63 We fabricated 

these AuFON substrates to have their LSPRôs ɚmax to be spectrally positioned at ~840 nm 

to optimally enhance the SER signal generated from our 785 nm excitation source, which 

produced Raman-scattered photons ranging from ~840 to ~900 nm. The UV-Vis-NIR 

 

Figure 5.1 UV-Vis-NIR reflectance spectrum of 

AuFON substrates. The broad, negative feature 

between ~750-1000 nm corresponds to the 

presence of a localized surface plasmon 

resonance. The SERS measurements were 

performed with a 785 nm excitation source 

(dashed line, red) and the collected Raman-modes 

(highlighted region, blue) were scattered between 

~840 to ~900 nm.  
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measurement is performed over a large, heterogeneous area of the AuFON SERS substrate, 

making the extinction spectrum an ensemble-averaged collection. Therefore, the resulting 

spectrum is generated from an assortment of the molecules positioned in the most intense 

hot spots in the sampled region.  

We collected the SER spectra for three different viologen derivatives chemisorbed 

to the surface of an AuFON substrate: benzyl viologen (BV), ethyl viologen (EV), and 

methyl viologen (MV). All three molecules are in their dicationic state when adsorbed to 

the gold substrate, and this is confirmed by previous SERS measurements on viologen 

species.248-249, 256-257 Figure 5.2 displays the time-dependent SER spectra of BV, EV, and 

MV as they undergo a spectral evolution when a 785 nm excitation source is introduced to 

the plasmonic substrate. Each plot shows the growth of a previously unreported irreversible 

product species. When benzyl viologen is chemisorbed to the surface of an AuFON 

substrate, we observed the growth of six new vibrational modes (Figure 5.2a). These 

modes, highlighted with grey bars in plot, are spectrally positioned at 1020, 1070, 1224, 

1294, 1512, and 1608 cm-1
. The initial SER spectra (dark red, 220 ms) contain the Raman-

active vibrational features that correspond to chemisorbed benzyl viologen molecules. We 

did not observe any transient intermediate species during the measurements. Likewise, a 

similar production of a plasmon-mediated photoproduct occurred when we deposited and 

studied EV on the SERS substrate; we observed the formation of the same six Raman-

active modes (Figure 5.2b). However, the production of the EV photoproduct only 

occurred when the substrate was exposed to intense laser fluxes (260 kW/cm2). 
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Figure 5.2 Plasmon-mediated chemical transformation of viologen derivatives. Time-

dependent SER spectra of (a) benzyl viologen (BV), (b) ethyl viologen (EV), and (c) 

methyl viologen (MV). The new Raman modes corresponding to the plasmon-driven 

photo product for BV and EV are found at 1020, 1070, 1224, 1294, 1512, and 1608 cm-

1
 (grey highlight). However, MV does not appear to produce the same Raman features 

and has new modes appear and grow in at 1024, 1066, and 1624 cm-1. Kinetic traces of 

the product growth for (d) BVôs 1608 cm-1, (e) EVôs 1608 cm-1, and (f) MVôs 1024 cm-

1 vibrational modes. 
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In addition to BV and EV, we collected the time-dependent SER spectra of MV 

(Figure 5.2c). We initiated this experiment with a flux of 3.1 kW/cm2 to delay the rapid 

growth of the product species, which allowed us to extract a neat product spectrum. 

Interestingly, the time-dependent SER spectra contained new Raman features that do not 

match the photoproduct formed in the BV and EV studies. Rather, we observed the 

production of three distinct Raman modes at 1024, 1066, and 1624 cm-1. These three modes 

are dramatically more intense than the product peaks formed during the BV and EV 

exposures.  

With each time-dependent SERS measurement, we were able to calculate an 

associated rate constant from the kinetic traces. Figure 5.2d-f displays the corresponding 

kinetic traces for BV, EV, and MV when exposed to laser fluxes of 62.9, 260, 62.9 kW/cm2, 

respectively. While BV and EVôs time-dependent SER spectra show that they are 

producing the same photoproduct, their observed reaction rates are substantially different. 

Specifically, the average rate constant for the BV experiments was 0.24 s-1 and the 

associated rate constant for the EV trail was two orders of magnitude slower while being 

initiated with a dramatically more intense laser flux (0.006 s-1, 260 kW/cm2). Additionally, 

we observed that the MV photochemical reaction, which produced a different spectrum 

than the BV and EV reactions, clearly had the fastest product production with a 5.4 s-1 rate 

constant. We have provided a more detailed discussion on the flux-dependent reaction rates 

for BV later in the Results and Discussion. 

Traditionally, these viologen derivatives have been used as oxidation/reduction 

indicators in a wide-range of biological studies. As stated in the Introduction, most 
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viologen derivatives possess some of the lowest redox potentials of organic species while 

maintaining a high-level of reversibility. The viologen derivatives can access three 

different oxidation states, which are the dication, radical cation, and the fully reduced 

species. All three of the viologen derivatives we studied are naturally stabilized in their 

dication form, with both of the nitrogen atoms being positively charged. The reported one 

electron redox potentials ([V2+/V+ǒ]) for MV, EV, and BV are -0.446, -0.449, and -0.359 

V, respectively.243, 247 However, we did not observe the formation of any short-lived Raman 

features that correspond to the radical cation or fully reduced state that have been reported 

in previous publications.248-249, 257  

Previous SERS studies have been performed on similar large heterocyclic amines 

that contain N-bound substituents. Specifically, we directed our attention to a pair of 

publications by Tesema et al.225, 242 In their work, the authors found that they were able to 

utilize plasmonic environments to initiate N-methyl cleavage on methylene blue to form 

thionine. Similarly, the viologen derivatives that we are probing in these experiments 

contain N-bound substituent groups in their molecular structure; BV and EV contain benzyl 

and ethyl substituents, respectively. If the viologen species are behaving in the same 

manner as the plasmon-enhanced N-methyl cleavage of methylene blue, we would expect 

to see a cleavage of both of the viologen derivativesô C-N bonds and form 4,4ô-bipyridine 

(BPY).  
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 To test our hypothesis that BV 

and EV were undergoing a plasmon-

mediated cleavage of their C-N bonds, 

we collected both theoretical and 

experimental SER spectra of BPY. 

Figure 5.3 displays the SER spectra of 

the BV and EV photoproducts compared 

against the experimental and theoretical 

spectra belonging to BPY. We were able 

to extract the productsô spectra by 

subtracting the initial spectra, belonging 

to chemisorbed BV and EV, from the 

final spectra collected during the 

exposures. As seen in Figure 5.3, the 

product spectra are in strong agreement 

with the experimental BPY SER 

spectrum. The 1020 (ring breathing), 

1070 (ring in plane deformation + CH bending), 1224 (CH in plane bending), 1294 (inter-

ring stretching), 1512 (CH in plane bending + ring stretching), and 1608 (ring stretching) 

cm-1
 Raman-active modes corresponding to BPY are present in the BV and EV 

photoproductôs SER spectra.258 Additionally, the calculated theoretical SER spectrum of 

BPY on a gold surface is in strong agreement with the extract spectra from the BV and EV 

 

Figure 5.3. Comparison of the experimental 

and theoretical SER spectra of the viologen 

photoproducts and BPY. The BV (red) and 

EV (purple) photoproductôs spectra are in 

strong agreement with the experimental 

(blue) and theoretical (black) spectra of BPY. 

We observed an overlap of the 1020, 1070, 

1224, 1294, 1512, and 1608 cm-1 vibrational 

modes in all four spectra, confirming the 

assignment. 



117 
 

photoproducts. Unfortunately, we have been unsuccessful in accurately determining the 

chemical identity of the new species produced during the MV studies. In an attempt to 

determine the identity of the MV photoproduct, we spectrally compared the MV 

photoproduct and an assortment of possible logical photoproducts. Additionally, we also 

performed a similar SERS measurement on a fully deuterated analog of MV. A discussion 

on our additional MV studies can be found in Appendix C. Yet, in regard to the BV and 

EV spectral comparison studies, both spectroscopic methods were highly beneficial in 

confirming our hypothesis that BV and EV undergo a plasmon-mediated N-benzyl and N-

ethyl cleavage to form BPY, respectively. 

With the photoproductôs true identity assigned, we were able to determine the 

relationship between the plasmon-mediated reaction and the flux used to initiate the 

chemical process. More specifically, we were able to determine the fluxôs influence on the 

productôs overall production and rate. We initiated the BV photoreaction with fluxes of 

5.0, 12.5, 31.5, and 62.9 kW/cm2 and the acquisition times for each flux measurement were 

1 s, 51, 51, and 111 ms, respectively. We have provided a description of our methods used 

to determine the laser spot size and the associated flux calculations in the Appendix C. 

Unfortunately, we were unable to perform similar power-dependent experiments on EV, 

as we were only able to induce the reaction under a flux of 260 kW/cm-1, which resulted in 

significant molecular and substrate degradation throughout the exposures. 
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 During these 

measurements, the lower applied 

fluxes produced time-dependent 

SER spectra with reduced temporal 

resolutions. This was due to the 

necessity to increase the exposure 

time to ensure we were collecting 

spectra with acceptable signal-to-

noise ratios. Fortunately, the 

reduced temporal resolution did not 

affect our experiments because the 

reactionôs rate was significantly 

slower when initiated with less 

intense fluxes. We included a zero-

point flux value to the plots in 

Figure 5.4 because the reaction 

does not proceed unless an external 

photon source is introduced to the 

AuFON substrate. The error bars 

presented in Figure 5.4 represent 

the averaged standard deviation of 

the five trials we performed at each 

 

Figure 5.4. Flux-dependent product production 

and reaction rate for BV. (a) Positive correlation 

between the applied flux and the product SERS 

intensity (normalized in respect to the acquisition 

time). Here, we fit the flux-dependent product 

intensities to a linear trendline. The linear fitôs 

slope, y-intercept, and R2 are 0.22 (±0.04), -1130 

(±1290), and 0.91, respectively. (b) The reactionôs 

rate and its relationship with the flux. We fit this 

trend to a 2nd-order power function with the 

following coefficients: y-intercept, amplitude, 

and power of -0.002 (±0.009), 6.9x10-11 (±5.1x10-

12), and 2, respectively. 
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flux. In these experiments, we randomly selected the locations for each trial across two 

different AuFON substrates.  

Figure 5.4a displays the positive correlation between the Raman intensity of the 

plasmon-generated BPY and the applied flux onto the AuFON substrate. We monitored the 

growth of the BPY speciesô 1608 cm-1 vibrational mode and fit the resulting kinetics to an 

exponential function. As the applied flux was increased, we observed that BPYôs 1608 cm-

1 mode was able to reach more intense amplitudes once the reaction reached a point of 

completion. We postulate that this result may be due to two different physical explanations. 

The first reasoning is linked to the flux-dependent production of plasmonic hot carriers. 

The elevated flux on the AuFON substrate would result in an increased generation of hot 

carriers on the plasmonic material. If this reaction is a hot electron-driven process, we 

would expect to see an increase in the production when more hot electrons are accessible 

by the adsorbates. In addition to the increased generation of hot carriers, it is possible that 

the observed positive correlation between the flux and productôs intensity is associated to 

an increased effective surface area that is exposed to the resonant photons. This would 

result in the photoexcitation of additional hot spots, and subsequently molecular 

adsorbates, on the surface and ultimately increase the number of viologens that may 

undergo the plasmon-mediated chemical transformation. 

In addition to the flux-dependent product production, we investigated the 

relationship between the reactionôs rate and the applied laser flux. We extracted this value 

from the exponential fit that we applied to the 1608 cm-1 kinetic traces. As with the 

production study, we observed a clear positive correlation between the two variables. 
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However, in this case, we were able to successfully fit the flux-dependent reaction rates to 

a second-order power function, x2. The strong agreement between the flux-dependent rate 

and the 2nd order power function is due to the two individual C-N bond cleavages that must 

occur on BV to form BPY.  

 This is the first report of a light-activated or plasmon-mediated C-N bond cleavage 

on BV and EV. We believe that the dramatically-enhanced local electromagnetic fields on 

the AuFON plasmonic substrates provide an essential amount of energy to create entirely 

new reaction pathways for the viologen derivatives. Previous electrochemical and 

spectrochemical studies on these viologen derivatives did not observe the formation of 

BPY when large voltages were applied to the electrochemical cells. Rather, they were able 

to reversibly induce electron transfer to the viologen derivatives to form the radical cation 

and fully reduced species. In our experiments, the unique and strongly amplified plasmonic 

local fields did not allow for a stabilized or observable reduction of the viologen derivatives 

and directly promoted the C-N bond cleavage to form BPY. 

 Similar to the mechanism presented by Tesema et al., we postulate that the C-N 

bond cleavage on the viologen derivatives relies on the presence of oxygen in the local 

environment.225 Here, we propose that a transient anionic oxygen species is created by the 

hot electron generation that occurs when the surface plasmon is photoexcited.259-260 Their 

work highlighted the concept that an anionic oxygen interaction with the nitrogens and a 

hydrogen extraction from the local water molecules is the likely mechanism driving the 

cleavage of the C-N bond on these large heterocyclic amines. Ultimately, it is very likely 
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that the BV and EV plasmon-mediated transformations on AuFON substrates are occurring 

by the same chemical mechanism. 

 In order to explain the increased reactivity of BV relative to EV, we calculated the 

change in Gibbs free energy (ȹG) associated to the double cleavage on BV, EV, and MV 

to form BPY. The solution phase ȹGôs for BV, EV, and MV are -0.4, 4.6, and 8.1 kcal/mol, 

respectively. In our work, we observed that the formation of BPY from BV occurred at a 

much faster rate and higher production (BV >> EV), which aligns well with our 

calculations, as BVôs ȹG is lower than that for EV. From Hammondôs postulate,261 we 

would expect the reaction rates for BV to BPY to be higher than that for EV to BPY based 

on the calculated ȹGs. These calculations may provide additional insight in understanding 

the relative amount of energy required to initiate the C-N bond cleavage on the viologen 

derivatives. Additionally, the relatively large ȹG for the MV reaction indicate that N-

methyl cleavage on MV may be too energetically unfavorable to initiate. We hypothesize 

that a competing plasmon-mediated reaction pathway may be more energetically accessible 

and prevents MV from undergoing N-methyl cleavage. 

5.5 Conclusions 

In this work, we have introduced a new plasmon-driven reaction across a series of 

viologen derivatives. Specifically, we presented the first report of a plasmon-mediated C-

N bond substituent cleavage on benzyl and ethyl viologen to form 4,4ô-bipyridine. While 

these molecules have traditionally been employed as redox agents, we observed an 

alternative reaction pathway when introduced to the highly-enhanced local fields on 
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AuFON substrates. To confirm the identity of the plasmon-driven photoproduct, we 

employed both spectroscopic and computational methods to study 4,4ô-biypridine on the 

surface of gold SERS substrates. Additionally, we presented the formation of the methyl 

viologen plasmon-mediated photoproduct and our attempts to determine the true chemical 

identity of the unknown moiety. Our work highlights the novelty of utilizing plasmonic 

materials as a platform to induce chemical reactions that are unfavorable under standard 

conditions and serves as another addition to the ever-growing list of plasmon-mediated 

reactions. 
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Chapter 6 

 

Ultrafast Surface-Enhanced Raman Spectroscopy to Study Hot Electron Transfer in 

Plasmonic Materials  
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6.1 Overview 

Plasmonic materials are promising platforms for initiating energetically 

unfavorable chemical reactions. It is widely believed that these reactions are driven by the 

transfer of highly-energetic hot electrons to the nearby analytes. However, there is still a 

lack in the general understanding of the interactions between plasmonic hot electrons and 

molecules, such as the time-dependent reaction rates and the hot electron transfer yield. 

We propose that these transient electron transfer events, and the following formation of 

short-lived intermediate species, can be monitored using ultrafast surface-enhanced Raman 

spectroscopy, a technique that provides a vibrational profile of a molecule near the surface 

of a plasmonic material. Providing a quantitative description of these interactions will help 

increase the efficiencies of plasmon-mediated chemical reactions, leading to an optimized 

design of plasmonically-powered devices capable of enhancing the efficiencies of relevant 

chemical processes. 

6.2 Introduction  

Plasmonic materials have recently gained an incredible amount of attention due to 

their potential to act as light-activated photocatalysts. This is achieved by an effective 

coupling between an incident light source and the materialôs surface plasmon,44, 72 which 

is the collective oscillation of the free electron charge density on the materialôs surface. 

When presented with a source of resonant photons, the surface plasmon is able to rapidly 

convert that energy and partition it into multiple decay pathways.9, 45 The surface plasmon 

is believed to maintain its coherence for 1-10 fs before dephasing and initiating the 
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subsequent processes.62 While there are multiple decay pathways, the production of highly-

energetic hot electrons has been widely found to play the most prominent role in driving 

plasmon-mediated chemical reactions.21, 35, 39 Hot electrons are primarily created via 

Landau damping, through the generation of individual electron-hole pairs and the ensuing 

electron-electron scattering events over the next 1-100 fs.71, 73-74 During this time, the 

ejected hot electrons may have energies extending from the Fermi level to the work 

function of the plasmonic material.3, 262 

 When certain chemical analytes are positioned near the surface, it is possible that 

the highly-energetic hot electrons may interact with the molecules and induce a chemical 

reaction.19-20, 106, 118 Noteworthy examples of plasmon-mediated chemical reactions include 

H2 dissociation,35 H2O splitting,10-11 acetylene hydrogenation,14 ammonia decomposition,15 

among many others. However, the current work is limited to a description of the plasmonic 

systemsô overall efficiencies, which are poor, and is lacking an understanding of the 

mechanism by which these plasmonic dynamics occur. To provide further insight into the 

mechanism and inspire the rational design, a technique with structural sensitivity to probe 

the various plasmon-molecule interactions is required. 

Ultrafast surface-enhanced Raman spectroscopy (SERS) is a technique that 

provides structural information about a molecular-plasmonic system with time resolution 

on the order of picoseconds,7, 21, 140 which is the relevant timescale for the making and 

breaking of chemical bonds during a hot electron transfer event. Ultrafast SERS uses 

Raman spectroscopy to take molecular snapshots during the evolution of a plasmon-

mediated chemical reaction. Under this experimental design, ultrafast SERS will be 
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instrumental in successfully tracking the ejection of hot electrons from plasmonic materials 

as they transfer to a specific adsorbed molecule, creating short-lived intermediate species. 

There is a widespread belief that plasmon-induced chemical reactions are highly contingent 

on the presence of hot electrons, but the electron transfer process has not been directly 

observed in a molecular system. By following the step-by-step molecular changes during 

plasmon excitation, we can identify the specific roles of plasmons and hot electrons in 

plasmon-mediated chemical reactions. Understanding the various timescales and 

efficiencies of the hot electron transfer is vital for advancing towards practical and cost-

effective industrial applications 

 Herein, we employ ultrafast SERS to better understand the quantitative information 

associated to the dynamics, yields, and energies of plasmonic hot electrons. The following 

chapter details our efforts of designing and interrogating numerous chemical systems 

aiming for spectroscopically identifying the formation of transient intermediate species 

during the hot electron process. 

6.3 Methods 

6.3.1 AuFON Substrate Fabrication and Characterization 

 We prepared the AuFON substrates by following previously published 

procedures.201, 250 First, we oxygen plasma cleaned glass coverslips (Fisherbrand, 18 mm) 

to treat the surface for nanosphere deposition. We rinsed the coverslips with deionized 

water before and after the plasma cleaning. We diluted solutions of 600-850 nm diameter 

silica microspheres (NanoCym) to 10% by volume in Millipore ultrapure H2O (18 Mɋ). 
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We drop-casted and manually dispersed 3 ɛL of the silica solution across the surface of the 

coverslip. The silica microsphere solution evaporated at ambient conditions and the spheres 

formed into a close-packed monolayer. Following the application of the silica 

microspheres, we deposited 200 nm of gold on the silica-coated substrates using a thermal 

evaporation system (Denton Vacuum, DV-502). We set the instrument to rotate the 

substrates at 16 rpm during the deposition process.  

 We measured the localized surface plasmon resonance (LSPR) extinction spectrum 

with a UV-2600/2700 equipped with an integrating sphere attachment (Shimadzu). The 

data acquisition time for each collection was 4 milliseconds. Percent reflectance 

measurements of the AuFON substrates can be found in Appendix D.  

 In addition to the standard AuFON substrates, we fabricated oxide-coated variants 

of the metal substrates. We coated the AuFON substrate with a dielectric oxide layer using 

atomic layer deposition. Each deposition recipe was specifically modified to produce the 

necessary deposition thickness below 5 nm. However, at such miniscule deposition 

coatings, we were unable to characterize the exact thickness of the oxide layers.  

6.3.2. Ultrafast SERS 

 A detailed description of the ultrafast SERS apparatus has been previously 

published.140 For a brief description, we used a Clark-MXR IMPULSEÊ to generate the 

ultrashort pulses used throughout the experiments detailed in this chapter. The 

IMPULSEÊ implements an Yb-doped fiber oscillator/amplifier system to produce a 1035 

nm spectrally centered pulse with a < 250 fs duration, a maximum repetition rate of 24.5 

MHz, and an average output power of ~15. Figure 6.1 displays a schematic highlighting 
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the beam paths of the pump and the probe as they navigate the apparatus. We generated 

the picosecond probe beam by sending the 1035 nm fundamental pulse through a spectral 

transmission grating filter, which increased the pulse duration to approximately 2.4 ps. Our 

system allows for using a degenerate configuration (1035 nm pump and probe) or 

manipulating the spectral character of the pump pulse by sending it though a nonlinear 

optical parametric amplifier (NOPA). The NOPA produced an output range of ~650 to 

~900 nm. 

We directed both pulses towards the sample holder and collected the scattered 

radiation into a spectrograph assembly. The spectrograph assembly consists of a 

spectrograph (2300i ï Princeton Instruments) with a 600 gr/mm grating blazed at 750 nm 

and a PyLon InGaAs photodiode array (Princeton Instruments). A description of our dual 

pulse temporal and spatial overlap methods and calculations can be found in Appendix D. 
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Figure 6.1 Schematic of the ultrafast SERS apparatus. The fundamental pulse was 

produced from a CLARK-MXR IMPULSE, which is spectrally centered at 1035 nm and 

has a duration <250 fs. The pump and probe pulses were created by splitting the 

fundamental beam. We then directed the probe pulse into a spectral filter (dashed box) to 

narrow the spectral bandwidth of the pulse, which broadens the pulseôs duration. 

Depending on the desired experimental parameters, the pump pulse could be altered by a 

nonlinear optical parametric amplifier to produce wavelengths between 650-900 nm or it 

could be used at the fundamental 1035 nm for degenerate pump-probe measurements. We 

directed the pump pulse towards an automated delay stage, which was used to generate the 

time points in the ultrafast SERS experiment. Finally, we aligned the two pulses to the 

sample holder and collected the reflected scattered radiation into the detector assembly, 

which consisted of a spectrograph and a PyLon InGaAs photodiode array. 
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6.3.3 Motorized Sample Holder 

The experiments we 

performed in this chapter were 

done using a custom-built 

motorized sample holder. The 

sample holder is designed to 

collect the reflected Raman 

scattering in a 90° orientation. 

Our goal was to construct a stage 

capable of translating the SERS 

substrates at an exceptionally fast velocity while maintaining a high-level of reproducibility 

in the measurements. The sample holder (Figure 6.2) was composed of a motorized 

actuator (LTA-HS, Newport Corporation) and linear translation stage (DDSM50, 

ThorLabs) to displace the sample vertically and horizontally, respectively. The DDSM50 

is able to achieve driving speeds up to 500 mm/s and has a minimal step resolution of 500 

nm. We determined that the linear translation stage would be able to translate a substrate 

the length of the focused laserôs diameter (~250 µm)7 in under 50 µs. In addition, we 

selected the LTA-HS for its ability to support a large weight load while achieving a 

moderately quick driving speed (5 mm/s). Together, these two motorized devices provided 

a rapid means of displacing the AuFON substrates in a rapid manner. 

  

 

Figure 6.2 Custom-built motorized sample holder. 

The device consists of an LTA-HS and DDSM50 

for vertical and horizontal displacement, 

respectively. (a) Front and (b) top-down view of the 

apparatus. The collimating optic is physically 

attached to the sample holder to ensure consistent 

alignment into the detection system. 
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6.4 Results and Discussion 

 The ultimate goal in designing the ultrafast SERS experiments detailed throughout 

this chapter was to spectroscopically identify and track the generation of transient 

intermediate species during a hot electron transfer event. As stated in the Introduction, 

obtaining a better understanding of the hot electron transfer mechanism is highly relevant 

for the plasmonic field as whole. With a more concrete description of the relevant 

parameters, such as the hot electron transfer efficiency and an associated lifetime of the 

transient intermediate species, the community will be able to build upon the pre-existing 

work to achieve more effective plasmonic systems. In designing this ultrafast SERS 

apparatus, our aim was to provide the necessary experimental parameters to successfully 

construct a detailed mechanistic description of plasmon-mediated hot electron transfer into 

a targeted molecular adsorbate.    

Our approach towards identifying this short-lived phenomenon was to photoexcite 

the SERS substrateôs surface plasmon with a femtosecond pump pulse and subsequently 

interrogate the molecular dynamics with a picosecond probe pulse as the molecules interact 

with the short-lived hot electrons. In the experiments discussed below, we preferentially 

modified the photoexcitation pump wavelength (650-900, 1035 nm) to ensure an overlap 

with the AuFON substrateôs surface plasmon resonance. We performed experiments with 

a wide-range of pump wavelengths and found a degenerate pump-probe configuration to 

be the most effective. We hypothesize that this observation is linked to the surface 

plasmonôs ability to direct and locally amplify different wavelengths of light to preferential 

spatial locations.  
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An experimental configuration where the pump and probe wavelengths are 

degenerate should allow for a more controlled study by providing photon sources that will 

couple most effectively to the same spatial region. However, we are limited with the 

wavelength of the probe pulse and we employ a 1035 nm pulse after it has been temporally 

broadened to a pulse duration of ~2.4 ps. In order to collect a SERS spectrum with adequate 

spectral resolution, we needed to reduce the spectral bandwidth of the 1035 nm pulse. This 

experimental constraint pushed the temporal resolution of our ultrafast SERS apparatus to 

the picosecond regime. Yet, we hypothesize that the relevant chemical dynamics that we 

are pursuing to observe, such as the making and breaking of chemical bonds or transient 

stabilization of certain singly reduced redox molecules, will occur in a time window that 

our ultrafast SERS apparatus will allow us to detect.  

To identify and track the generation of transient intermediate species during a hot 

electron transfer event, we investigated the SER response of methyl viologen with a 

degenerate 1035 nm pump-probe experimental configuration. Methyl viologen is an 

extensively studied analyte in the broad field of electrochemistry243-244 and more 

specifically, is found to be employed in a large number of biological redox reactions.245, 263 

It has repeatedly been demonstrated as an excellent electron accepting species, with a 

single electron redox potential of -0.45 V.264 In these studies, we proposed that methyl 

viologen would serve as an ideal molecular analyte to harvest and transiently stabilize a 

portion of the hot electrons that are produced during the decay of a photoexcited surface 

plasmon. We would expect to see the transient production of the singly-reduced methyl 
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viologen radical cation species, which has been spectroscopically identified in previous 

SERS experiments.19 

However, when chemisorbed to the surface of AuFON substrates and exposed to 

an on-resonant source of photons, methyl viologen will undergo a plasmon-mediated 

photochemical conversion to form a new molecular species. During this conversion, we 

have observed the generation of new Raman features at 1024, 1066, and 1624 cm-1. 

Although we are currently unable to accurately assign the identity of the methyl viologen 

photoproduct, probing these vibrational modes gives us information on chemical dynamics 

occurring during the picosecond timescale. For a more descriptive discussion into our 

analysis of the methyl viologen photoproduct, please refer to Chapter 5. 

In Figure 6.3, we present ultrafast SERS spectra of methyl viologen on an AuFON 

substrate. The multiple differential spectra are representative of the transient molecular 

response of the coupled plasmon-molecule system. On the plot, there are two different type 

of spectra displayed: the above vertically offset spectra are differential transient spectra 

between -50 ps and 50 ps and the bottom spectrum is a ñpump offò spectrum corresponding 

to the systemôs steady-state SERS vibrational profile. The differential spectra are generated 

by subtracting a -50 ps reference spectrum away from each time point.21 We employ this 

subtraction method to remove any pump-induced artifacts that may appear in the raw 

transient spectra. Additionally, we select a -50 ps reference spectrum due to the lack of 

interactions it may have with the probe pulse, which is due to the large temporal separation 

between the probe and pump pulses as they interact with the substrate. In this set of 

differential spectra, we observed a time-dependent depletion of the 1024, 1066, and 1624 
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cm-1 vibrational modes, all of which correspond to the unknown methyl viologen 

photoproduct. The transient depletion initiates at the -2 ps time point and rapidly decays 

over the next four picoseconds. At it its maximum, we observed a ~22% depletion in the 

photoproductôs Raman signal at the -1 ps time point.  

The peak depletions that we 

have observed may arise from a 

number of phenomena. When exposed 

to such intense pulse energies, the 

chemisorbed molecules may desorb 

from the metal surface or experience 

varying levels of chemical 

degradation.234 But, if this were the 

case, we would expect to see a 

permanent depletion in the transient 

spectra. Rather, in our experiments, 

the transient SERS signal is 

completely replenished, and we do not 

observe any lasting depletion. Another 

instance where peak depletions would 

be present is if the initial molecular 

analytes undergo a chemical reaction 

to a new product species on the surface. Similar to before, we would expect to see the 

 

Figure 6.3 Transient depletion in the ultrafast 

SER spectra of methyl viologen on AuFON 

substrates. The three Raman-active modes 

associated to the methyl viologen photoproduct 

(1024, 1066, and 1624 cm-1) experience a 

transient peak depletion. We collected the 

spectra with 0.5 mW (20 pJ) probe power, 0.85 

mW (35 pJ) pump power, and an acquisition 

time of 15 seconds. 
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formation of transient product peaks in response to the depletion of a reactant peak. In these 

specific experiments, we ensured that the methyl viologen photoreaction had reached 

completion before collecting the transient SERS spectra. Also, we did not observe the 

growth of any positive peaks in the differential spectra. Therefore, an ultrafast plasmon-

induced chemical reaction is not the prevailing mechanism driving the transient depletions 

that we observe in our experiments. 

We hypothesize that the transient depletions are associated to a short-lived spectral 

shift of the localized surface plasmon resonance. Keller and Frontiera first reported this 

phenomenon when they observed similar peak depletions in their ultrafast SERS 

measurements on aggregated gold nanoparticles.140 In their study, they observed transient 

depletions in the SER spectra of 4-nitrobenzenethiol (4-NBT). They proposed that the peak 

depletions were due to a red-shift in the colloidôs localized surface plasmon resonance, 

caused by an uneven perturbation to the plasmonic materialsô electron density. While our 

experiments employ an AuFON substrate rather than colloids, the AuFON substrate could 

experience a similar red-shift in its localized surface plasmon resonance. 

In other instances, we were able to track the formation of dispersive features in the 

transient differential SER spectra. Figure 6.4 displays two sets of ultrafast SERS trials 

where we studied both methyl viologen and tetracyanoquinodimethane (TCNQ) on 

AuFON substrates. Akin to methyl viologen, TCNQ is well known for its ability to serve 

as an electron accepting moiety and is commonly employed as the cation in charge transfer 

salts. Similar to the previous set of ultrafast SER spectra, we observed an initial transient 

depletion at -2 ps in both the methyl viologen and TCNQ studies. However, rather than 
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only producing a depletion in the differential spectra, transient dispersive line shapes are 

present for all of the prominent vibrations in methyl viologen and its photoproduct (Figure 

6.4a) and the 1382 cm-1 vibration for TCNQ (Figure 6.4b). Also, in these studies, the 

transient signatures last until ~10 ps in both the methyl viologen and TCNQ measurements.  

 

Figure 6.4 Transient dispersive responses in the ultrafast SER spectra of (a) 

methyl viologen and (b) TCNQ on AuFON substrates. We collected spectra with 

(a) 4 mW (0.16 nJ) probe power, 10 mW (0.41 nJ) pump power, and an 

acquisition time of 5 seconds and (b) with 5 mW (0.20 nJ) probe power, 7 mW 

(29 nJ) pump power, and an acquisition time of 5 seconds. 
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In a similar study, Brandt et al. determined that similar line shapes were transient 

Fano resonances in their silver colloidal substrates.21 They were able to employ the ultrafast 

SERS apparatus as a tool to directly probe the plasmon-molecule interactions during the 

dimerization of 4-NBT to 4,4ô-dimercaptoazobenzne (DMAB). The resulting Fano 

resonances, which were present in the 4-NBT and dimerized DMABôs vibrational modes, 

were attributed to the interference between the near-field coupling of the narrow Raman-

active molecular transitions to the broad hot electron-induced metal photoluminescence of 

the AgNPs. The appearance of the dispersive line shapes in our transient spectra is evidence 

that we are not solely inducing a localized surface plasmon resonance shift in these studies. 

Rather, we believe that we are observing a similar coupling effect between a narrowband 

source and a broadband source in our ultrafast SER spectra. Similar to their study, the 

narrowband Raman-active molecular transitions are serving as one of the two coupled 

sources. We hypothesis that the broadband source in these experiments are due to either an 

electronic Raman response or photoluminescence.265-267 Presently, there is a strong debate 

over which of these two mechanisms are prevalent in plasmonic materials. However, we 

are unable to confidently assign either broadband source as the key initiator in the observed 

Fano-like line shapes. 

Lastly, we explored the possibility of using a fullerene derivative as a transient hot 

electron trap on oxide-coated AuFON substrates. We designed these experiments with the 

intention of producing an alternative pathway for hot electron transfer to occur. In this 

design, the metal-semiconductor interface would produce a Schottky barrier between the 

two materials. The excitation of the surface plasmon would generate an abundance of 
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highly-energetic hot electrons on the plasmonic surface. Then, instead of inducing a direct 

electron transfer event to a metal-bound chemical analyte, the hot electrons would need to 

spatially travel through the semiconducting material. To do so, the electrons would need to 

be sufficient in energy to cross the Schottky barrier between the two materials.  

The benefits behind this experimental design are two-fold. First, due to the metal-

semiconductor Schottky barrier, the hot electrons would be much less likely to undergo a 

back transfer into the metal lattice. This would inherently increase the likelihood of 

inducing an interaction between the molecular adsorbates and an ejected hot electron. 

Secondly, depositing an oxide on the surface of the metal plasmonic material gives rise to 

an entirely new class of possible functional groups that can adhere to the materialôs surface. 

In the most commonly used plasmonic metals, such as gold and silver, surface specificity 

is achieved by selecting molecules that have specific chemical moieties, such as thiols, 

amines, and N-heterocyclic carbenes. Yet, with an oxide layer serving as the exposed 

surface, additional functional groups, such as hydroxyl or carboxyl groups, would provide 

a robust adherence to the material. With these factors in mind, we proposed to use a 

modified carboxylfullerene as the studied analyte. Figure 6.5 shows the ultrafast SER 

spectra associated to tris-carboxylfullerene chemisorbed to the surface of an alumina-

coated AuFON substrate. In this particular example, we deposited 7 Å of alumina (Al2O3) 

onto the AuFON, as that thickness proved sufficient for maintaining the distance-

dependent SERS signal. We obtained the differential spectra by subtracting away a -50 ps 

reference from the time points. Also, the ñpump offò spectrum on the bottom of the plot is 
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the steady-state SER spectrum of tris-

carboxylfullerene generated by the probe. 

We have denoted the primary Raman band in 

this molecule at 1455 cm-1, which 

corresponds to the Ag(2) mode in the 

fullerene derivative. If a singly reduced 

anionic fullerene were to have formed, we 

would expect to see a downshift of ~5 cm-1 in 

the Ag(2) mode.268 We did not observe the 

transient generation of an anionic fullerene 

species in any of our ultrafast SERS 

experiments. 

Although we were unable to achieve 

our original goal of using ultrafast SERS to 

identify the formation of the intermediate 

species formed during a hot electron transfer 

event, we were able to identify transient 

photophysical responses. Observing transient 

hot electron transfer is a non-trivial research 

effort, as there has yet to be a published 

report of successfully using an ultrafast 

vibrational spectroscopic technique to 

 

Figure 6.5 Probing the electron transfer 

process from AuFON substrates to 

chemisorbed tris-carboxylfullerene. (a) 

depiction the deposition of tris-

carboxylfullerene onto the layer of an 

oxide deposition. (b) Time-resolved 

differential SER spectra of tris-

carboxylfullerene on an Al2O3@AuFON 

substrate. No transient features were 

observed during the ultrafast exposures. 

The spectra were obtained with 9 mW 

(0.37 nJ) probe and 20 sec acquisition 

times. 
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observe any short-lived intermediate species associated to hot electron transfer. If fact, 

these results may suggest that plasmon-mediated photochemistry is not primarily driven 

by a hot electron transfer event. Rather, we believe it may be possible that these 

photochemical reactions are powered by one or more of the proposed plasmon energy 

transfer mechanisms, such as plasmon-induced resonance energy transfer (PIRET).12, 46, 160, 

269-270 In Chapter 7, we discuss our most recent advances towards modifying the 

experimental setup in an attempt to design a configuration better suited for observing 

transient intermediate species during ultrafast SERS measurements. Ideally, these new 

experimental methods should play instrumental in conclusively determining the underlying 

mechanism driving plasmon-mediated photochemical reactions. 

6.5 Conclusion 

 In this chapter, we detailed our efforts towards using ultrafast SERS to 

spectroscopically track the formation of transient intermediates during a hot electron 

transfer event. We interrogated numerous molecular analytes, such as methyl viologen, 

TCNQ, and a fullerene derivative, but were unsuccessful in identifying any short-lived 

anionic species in our experiments. However, rather an observing any hot electron-induced 

intermediate species, we detected similar plasmonic photophysical effects that have been 

previously reported. Further modifications need to be applied to the experimental 

approaches towards better understanding hot electron transfer, which are detailed in 

Chapter 7. Ultimately, while we have been unable to spectroscopically provide a 

quantitative mechanistic description to the plasmonic community, obtaining the relevant 
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mechanism should still be viewed as a critical step in fully-realizing the true potential of 

utilizing plasmonic platforms as photocatalysts.  
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7.1 Rapid sample spinning for ultrafast SERS 

 The field of plasmonics has been rapidly growing due to the untapped potential of 

using plasmonic materials as light-activated catalysts. However, we believe that obtaining 

the optimal design of plasmonic photocatalysts is highly-dependent on determining a 

detailed description of the transient mechanism driving the catalytic processes. In an effort 

to provide clarity on this topic, we have been actively investigating plasmon-molecule 

interactions using ultrafast surface-enhanced Raman spectroscopy (SERS). Our goal was 

to spectroscopically identity the formation of transient intermediate species during a hot 

electron transfer event (Chapter 6). With this observation, we hypothesized that we would 

be able to quantitatively define the various parameters behind hot electron transfer, such as 

a transfer yield, a hot electron accessibility lifetime, etc. It is our belief that these results 

would inspire a rational design of plasmonic photocatalysts for initiating relevant chemical 

processes. However, this scientific challenge has proved to be a non-trivial endeavor, as 

we have been unable to achieve our original goal. 

One possible experimental shortcoming in our previous ultrafast SER 

measurements (Chapter 6) was the prolonged exposure of photons to a single region on the 

AuFON substrate. To be more specific, we designed the experiments to collect three 

different sets of spectra for each time point. The three different sets of spectra were the 

pump off spectrum, a -50 ps reference spectrum, and the desired time pointôs spectrum. All 

three sets of spectra were required for an accurate analysis of the transient dynamics. We 

ensured that the set of spectra, all associated to an individual time point, were collected at 

a singular spatial region. Once all three were collected, the motorized sample stage would 
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translate the substrate to a new position, resulting in the focal area being positioned onto a 

fresh region on the substrate. We employed this method to prevent the production of 

spectral artifacts when subtracting the spectra from two distinctly different regions on the 

substrate. In SERS measurements, it is very likely to observe discrete differences in the 

spectra when translating across the sample.271 In theory, this collection method should 

generate spectra that can be easily subtracted to produce artifact-free transient spectra. 

  However, while we were reducing the likelihood of observing an undesired artifact 

in the transient spectra, we were also exposing each unique spatial region to a surplus of 

photons. In most of our experiments, we were continuously subjecting our pulsed lasers 

onto the same spatial location for over 120 seconds before transitioning to a new region on 

the substrate. There are two clear negative aspects for operating under these conditions. 

First, continuously directing high-energy pulses at the substrate will cause physical 

deteriorations to occur. These deteriorations can be due to a nanoscale alteration of the 

metal lattice, resulting in either a dramatic rise in the spectrumôs background or permanent 

depletion in the Raman-active modes.92 Alternatively, the continuous exposures can lead 

to chemical breakdown on the surface, which would significantly alter the vibrational 

features in the collected SER spectrum.234  

 The second negative characteristic of this experimental design is linked to the 

immense number of pulses used to collect our spectra. In the experiments highlighted in 

Chapter 6, we used an ultrafast laser that was set to a repetition rate of 24.5 MHz, meaning 

that a new pulse arrives at the sample nearly every 40 nanoseconds. When employing an 

instrument set to this repetition rate, a typical experiment using 20 second acquisition times 
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and 3 spectral averages would require 4.9 x 108 pulses to generate the final SER spectrum. 

After continuously interacting with the surplus of high energy pulses, it is entirely possible 

that the photoexcited surface plasmonôs ability to efficiently partition its initial energy into 

harvestable hot electrons has dramatically declined. Thus, the resulting SER spectrum 

would be constructed using a vast amount of pulses that were effectively ñemptyò and did 

not contain any relevant information pertaining to the initial plasmonic dynamics. Any 

relevant dynamics recorded in the initial pulses would be substantially overwhelmed by 

the pulses containing no pertinent transient information. We hypothesize that an ideal 

experimental approach would limit the number of interactions between the pulses and each 

distinct location on the AuFON substrate. With this in mind, we set out to develop an 

alternative method that reduces the undesirable single-region pulse saturation and 

generates a SER spectrum more representative of the early onset dynamics of an unagitated 

surface plasmon. 

One approach towards tackling this challenge is to develop a new method of rapidly 

translating our SERS substrates during the ultrafast experiments. Recently, we have been 

working towards the development of a sample holder capable of translating AuFON 

substrates at rapid velocities. To do so, we implemented a hard disk drive (HDD) motor 

that can consistently rotate at high speeds (7,200 rpm). In this design, we load multiple 

AuFON substrates onto a single platter and mount it to the HDD motor (Figure 7.1a). The 

sample holder rapidly rotates the AuFON substrates in and out of the laserôs focal region 

and generates an ensemble-averaged SER spectrum of the studied analyte from all of the 

mounted substrates. The rotational spinning also increases the effective area that is probed  
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during a single ultrafast SERS 

measurement, as that area is directly 

proportional to the circumference of the 

circularly mounted AuFON substrates. 

When using a slower repetition rate (2 

MHz, 250 µm spot size diameter), we 

would need to continuously translate our 

samples at a speed of 500 m/s to ensure 

that each pulse interacts with an entirely 

new region on the substrate. While this 

modified sample holder was unable to 

achieve that level of speed, we were able 

to significantly reduce the number of 

pulses to ~10 per every unique probed 

location on the substrate. Instead of 

oversaturating a region with a surplus of 

photons, the HDD motor displaces the 

substrate quickly enough to ensure that 

we are continuously probing fresh regions 

on the substrate.  

Figure 7.1b displays the ultrafast SER spectra of methyl viologen using the 

modified HDD sample holder. Similar to the results presented in Chapter 6, we observed a 

 

Figure 7.1 Ultrafast SERS measurements 

using a modified HDD sample holder. (a) 

Cartoon depiction of the experimental setup 

of mounting multiple AuFON substrates on 

the HDDôs platter. (b) Transient dispersive 

responses in the ultrafast SER spectra of 

methyl viologen. We collected the spectra 

with a 3 mW (0.12 nJ) probe, 8 mW (0.33 

nJ) pump, and an acquisition time of 5 s. 
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transient depletion in all of methyl viologenôs prominent modes beginning at -2 ps. The 

vibrational modes at 1024, 1066, and 1624 cm-1 belong to the unknown methyl viologen 

photoproduct that is generated on AuFON substrates (Chapter 5), whereas the 1192, 1298, 

and 1651 cm-1 correspond to methyl viologen. Over the next two picoseconds, the transient 

features begin to evolve into dispersive line shapes and maintain this character until ~10 

ps. These results are consistent to what we observed when using the motorized sample 

holder in Chapter 6. However, the modified HDD sample holder was able to reliably 

reproduce these transient results, whereas the results gathered with the motorized sample 

holder were extremely difficult to reproduce. 

The modified HDD sample holder may prove instrumental in the pursuit of 

detecting a transient intermediate species during a hot electron transfer event. 

Distinguishing the ideal plasmon-molecule system appears to be the next step in making a 

substantial advancement towards successfully accomplishing our original goal of obtaining 

a better understanding of the transient hot electron transfer dynamics. While we were only 

able to experimentally reproduce the dispersive responses in methyl viologenôs transient 

spectra collected with the motorized sample holder, the modified HDD sample holder 

greatly reduced the difficulty in replicating these results across multiple AuFON substrates. 

Ultimately, the HDD sample holder should provide the necessary experimental conditions 

to probe the transient response of fresh surface plasmons as they interact with nearby 

chemical adsorbates, hopefully unveiling a transient description of the underlying 

mechanism behind hot electron transfer. 

  



148 
 

7.2 Alternative plasmonic materials for SERS substrates 

 All of the research presented throughout this thesis was performed by implementing 

metal film over nanosphere substrates, specifically using gold as the plasmonic metal. As 

we have repeatedly demonstrated, AuFON substrates are a reliable and reproducible 

substrate for producing dramatically-enhanced Raman scattering for analytes of interest. 

While they may prove to be highly heterogenous across the surface, we showed that the 

substrates can inherently provide a local field gradient to extract field-dependent SERS 

results (Chapter 3). Additionally, we demonstrated that the local plasmonic fields generated 

by the AuFON substrates are capable of accessing entirely new reaction pathways for 

certain chemical analytes, such as a methyl migration and N-substituent cleavage on N-

methylpyridinium (Chapter 4) and viologen derivates (Chapter 5), respectively. 

 However, while we achieved many experimental successes with AuFON substrates 

as our preferred SERS substrate, we did experience some non-trivial challenges that were 

due to fundamental flaws of the substrates. First, by using gold, we were heavily restricted 

to studying molecules with functional groups that have a strong affinity to the gold surface. 

Typically, the analytes had to contain a thiol or amine group to ensure a strong 

chemisorption to the surface. If a strong adherence wasnôt made, seeing dramatic changes 

in the resulting vibrational spectrum would be expected when the flux applied onto the 

substrate was increased.  

 Along with the limited chemical selectivity, AuFON substrates lack robustness 

when exposed to high laser fluxes. In both continuous wave and pulsed laser 



149 
 

measurements, we observed a depletion in the SERS signal and a dramatic rise in the 

spectrumôs background. In the experiments where we employed a continuous wave laser 

as the excitation source, we noticed that the laser was damaging the SERS substrate when 

we approached fluxes of ~60 kW/cm2. Additionally, due to the higher peak powers in 

pulsed lasers set to low repetition rates, we noticed a substantial difference in the quality 

of the SER spectra when operating our ultrafast apparatus at repetition rates of 2 and 24.5 

MHz, and we were unable to generate a SER spectrum when using a 1 KHz laser. 

Essentially, we repeatably encountered situations where the AuFON substrateôs durability 

hindered our experimental efforts. 

 As an attempt to assuage these issues, we explored the development of an 

alternative plasmonic FON substrate. In this work, we collaborated with the Oh Lab at the 

University of Minnesota to fabricate titanium nitride (TiN) FON substrates using atomic 

layer deposition (ALD). Titanium nitride is considered a promising alternative plasmonic 

material due its structural hardness,272 ability to host plasmonic resonances in the visible 

and near-infrared regions,40 and its cheap economic pricing. Ideally, a TiNFON would 

prove to be more robust in withstanding high laser power densities and allow for an entirely 

new class of adsorbates to use as molecular analytes. 

 To fabricate the substrates, we deposited a close-packed monolayer of silica 

nanospheres and deposited 100 ï 200 nm of TiN using custom ALD recipes. Similar to 

AuFON substrates, we were able to control the central position of the substrateôs plasmon 

resonance by simply altering the size of the silica nanobeads. In these experiments, we used 

silica bead sizes of 540, 600, and 750 nm and deposited roughly 200 nm of TiN. By 
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increasing the size of the silica beads, we expect to see a corresponding red-shift in the 

substrateôs surface plasmon resonance. 

 Figure 7.2 displays the 

percent reflectance spectra of three 

TiNFON substrates. As the figure 

shows, the three different bead sizes 

were able to produce plasmon 

resonances that spanned from the 

visible region to the near infrared. 

More specifically, the substrates 

fabricated with 540, 600, and 750 nm 

beads generated spectra with the 

plasmon resonances centered at 510, 

790, and 886 nm, respectively.  

 Unfortunately, we were unsuccessful in collecting a SER spectrum of a molecule 

deposited onto the surface of a TiNFON substrate. The difficulties in obtaining a SER 

spectrum with a TiNFON could be due to a couple of physical limitations of the material. 

First, it is possible that the TiNFON substrate was not able to produce the necessary field 

conditions to effectively enhance the Raman scattering of the studied molecular analytes. 

However, our UV-VIS-NIR measurements on the TiNFON substrates depict a noticeable 

depletion in the percent reflectance spectra where the surface plasmon resonances are 

 

Figure 7.2 Percent reflectance spectra of the 

TiNFON substrates. The LSPRmax wavelength 

for the substrates made with 540 (green), 600 

(blue), and 750 nm (black) silica beads are 510, 

790, and 886 nm, respectively. Inset displays 

images of a TiNFON substrate at different 

angles. 
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spectrally positioned, demonstrating that the material is able to effectively generate and 

host surface plasmons. We observed substantial depletions in the percent reflectance 

spectra (~10%), which are comparable to the depletions we recorded for AuFON 

substrates. Theoretical models developed by Juneja and Shishodia further support our 

analysis that TiN is a suitable alternative plasmonic materials for generating surface 

plasmons in the NIR region.273 

 Rather, it seems more likely that the complications in collecting a chemisorbed 

analyteôs SER spectrum is due to the inability of molecules to undergo surface 

functionalization on the material. We employed several chemical analytes in hopes of 

generating a SER spectrum. The molecules contained a wide-range of different functional 

groups that could be used to chemi- or physisorb to the TiN surface. These groups include, 

but are not limited to, thiols, carboxylic acids, amines, hydroxyls, phosphates, alkyls, and 

esters. In fact, there is a substantial dearth of literature discussing the surface 

functionalization of TiN, which may hint at a wide-spread struggle of inducing surface 

functionalization on TiN materials. However, recently there have been a report of 

chemically modifying the TiN surface to promote the adherence of silane functional 

groups.274 This experimental technique may serve as an excellent alternative method to 

successfully promote a strong interaction between the analyte and TiN, allowing for the 

collection of a SER spectrum on TiNFON substrates.  

 If we are able to successfully functionalize the TiN surface with relevant chemical 

moieties, TiNFON substrates should prove to be a promising SERS substrate to study 

plasmon-mediated photochemistry. Compared to traditional metal plasmonic substrates, 
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TiNFONs would provide a refreshing level of stability when exposed to high laser fluxes. 

While our chemical repository may be restricted to silane-containing molecules, the 

benefits gained from having a more robust substrate would be substantial. Ideally, the 

development of SERS-active TiNFONs can serve a vital role in studying plasmon-

molecules interactions in both steady-state and transient regimes. 

7.3 Conclusions 

 In conclusion, we have demonstrated that SERS is an excellent technique for 

understanding the capabilities of using plasmonic materials to access energetically 

unfavorable chemical reactions. Throughout this thesis, we have discussed our attempts 

towards expanding the repository of plasmon-mediated chemical reactions and using 

ultrafast spectroscopies to obtain a quantitative description of the transfer of hot electrons 

into nearby adsorbates. Advancing our experimental approaches, such as implementing 

new methods to interrogate our samples and developing more robust SERS substrates, may 

prove to be a crucial step in identifying intermediate species in our ultrafast measurements. 

Once we understand more about the transient dynamics of hot electron transfer, the 

plasmonics community should be able to dramatically advance the quality and efficacy of 

light-activated plasmonic catalysts, leading to a cost-effective implementation of powering 

industrially-relevant chemical reactions.  
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A.1 Estimation of SERS Enhancement Factors 

The enhancement factors used in the figures were calculated by applying the 

following equation:1 

ὉὊ  
Ὅ Ⱦὔ

Ὅ Ⱦὔ
 

 

where Ὅ  and Ὅ  are the Raman intensity of 4-nitrobenzenethiolôs (4-NBT) 1074 cm-1 

shift recorded on the AuFON substrate and in solution, respectively. ὔ  is the number 

of molecules adsorbed on the substrate and ὔ  is the number of molecules in the sampled 

volume for the normal Raman collection. ὔ  was calculated by using a focused laser 

spot size of 33 um2, a surface coverage of 3.2 x 106 molecules/um2 for 4-NBT molecules 

on gold,2 and an estimated increased surface area factor of 2, which accounts for the 

hemispherical shape of the gold metal surface.  

We were not able to obtain an off-resonant Raman signal for 4-NBT in water under 

our experimental conditions, in part due to its low solubility. Fortunately, a previous study 

estimated the differential Raman cross section for the 1074 cm-1 peak of 4-NBT with 785 

nm excitation as 0.05 x 10-30 cm2/sr.3 We converted this differential cross section to an 

absolute cross section by multiplying by 4ˊ steradians, to get a value of 0.63 x 10-30 cm2. 

To account for the collection efficiency of our particular Raman system, we measured the 

Raman intensity of cyclohexaneôs 801 cm-1 stretching mode, which has an absolute Raman 

cross section value of 0.969 x 10-30 cm2 for 785 nm excitation.4 The measured cyclohexane 

spectral intensity was 825 counts/mW*s. Scaling by the absolute cross sections, we would 

anticipate that the intensity of the normal Raman signal of 4-NBTôs 1074 cm-1 mode should 
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be 5.78 x 10-3 counts/mW s, a value below our detection limits. The equivalent value for 

the nitro group stretch, the most intense peak in the spectrum, scaled by the relative 

intensity seen in SERS, is 9.60 x 10-3 counts/mW s. This value was used for Ὅ  in 

equation 1. 

A.2 Kinetic Traces 

 In addition to the three kinetic traces provided in Figure 3.5, we have provided the 

traces for all 26 studied photochemical reactions below (Figures A1-A26). Data analysis 

and fitting were performed as described in the main text of Chapter 3. 

 

Figure A1. Reaction kinetics of the 4-NBT 

plasmon-induced photoreaction. The initial EF 

of this sampled region was 3.03 x 107. 
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Figure A2. Reaction kinetics of the 4-NBT 

plasmon-induced photoreaction. The initial EF 

of this sampled region was 2.80 x 107. 

 

 

Figure A3. Reaction kinetics of the 4-NBT 

plasmon-induced photoreaction. The initial EF of 

this sampled region was 2.77 x 107. 

 

 

Figure A4. Reaction kinetics of the 4-NBT 

plasmon-induced photoreaction. The initial EF of 

this sampled region was 2.72 x 107. 
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Figure A5. Reaction kinetics of the 4-NBT 

plasmon-induced photoreaction. The initial EF of 

this sampled region was 2.44 x 107. 

 

 

Figure A6. Reaction kinetics of the 4-NBT 

plasmon-induced photoreaction. The initial EF of 

this sampled region was 2.42 x 107. 

 

 

Figure A7. Reaction kinetics of the 4-NBT 

plasmon-induced photoreaction. The initial EF of 

this sampled region was 2.31 x 107. 


